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How can the reliability of an electronic assembly be assured? How does cleaning affect an  
electronic assembly’s reliability? Is design a factor? This month, our contributors and columnists 
address these issues and many more. SMT Magazine wishes you a Happy New Year!

addressing Flux corrosion and 
reliability concerns early
by Renee Michalkiewicz

grain refinement for improved 
Lead-Free solder Joint reliability
by K. Sweatman, T. Nishimura, 
S. D. McDonald, M. Whitewick, 
and K. Nogita

reliably clean
by Barbara Kanegsberg

Predicting strength and 
Pad cratering Failures 
under Bga Pads
by Mudasir Ahmad 
and Qiang (Johnson) Wang

supplier selection Key to 
assembly reliability
by Steve Williams
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I had invited him to talk about the current status 
and prospects for the future. Timm spent a lot of 
time talking about the hype curve and how the 
industry was starting to come down the backside 
of the curve, which was the more realistic state of 
the industry. Still exciting, but the reality was that 
PE technologies were going to take longer than 
the pundits had been espousing. He was in the 
trenches and had a good perspective on things. 
Something he said to me offline, which I found 
quite interesting, was that his biggest concern 
with our industry was the giant EMS providers 
like Flextronics who, when they figured out the 
opportunity, would eat his lunch. Well, I think 
they’re starting to do just that. It’s still a specialty 
market for them but it’s going to grow really fast. 
They already have the customers. Now, they just 
need to match the PE product with the right cus-
tomer and application. The customers want it. On 
the EMS side, the opportunities are almost end-
less. They do everything needed for PE in-house, 
on their own, wherever the customer is located. 
They can mix and match conventional technolo-
gies with emerging PE options when and where 
needed. They’re in a great position to dominate 
this market in fairly short order.

At IDtechEx this year in Santa Clara, Califor-
nia, I heard something for  the first time: Sev-
eral  presenters said that they had replaced their 
PCBs with printed electronics. One of them was 
Multek (Flextronics).

When people talk about PE opportunities, 
they almost always focus on new markets and 
how PE is an enabling technology that allows 
electronics to be added to just about any prod-
uct out there. In fact, there are some who sug-
gest that it’s possible to connect over a trillion 
products through the use of PE technologies, 
when they talk about The Internet of Things. 
It’s really astounding. 

Flextronics/Multek gave an interesting pre-
sentation about their efforts in PE. They’re mov-
ing quite quickly into materials, thanks to their 
acquisition of Sheldahl and their flex materials. 
And as I mentioned, they are already replacing 
PCBs with PE circuits.

Pe for ems
A few years ago, I invited Matt Timm, CEO of 

Soligie, to keynote an IPC conference on printed 
electronics that I was emceeing. Soligie is a PE 
contract manufacturer: EMS for the PE industry. 

by ray rasmussen
publiSher, i-ConneCT007 

tHe way i see it   

coluMN

Printed electronics update 
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Pe for PcB
I ran into John Andresakis from Oak-Mitsui 

who, like me, has a keen interest in printed 
electronics. As we discussed some of the tech-
nologies and presentations we saw at the show, 
I suggested that we need an annual technical 
benchmark to show the progress of the PE ma-
terials and capabilities as they relate to PCB 
technology. It would be important for the in-
dustry to know how rapidly the PE capabilities 
are advancing. Certainly, the most obvious tar-
get for PE is the flex circuit industry. Flex PCB 
suppliers are already selling their latest materi-
als at PE shows. Lots of companies are selling 
materials into this market. Conductive inks are 
everywhere and they’re getting better and bet-
ter every year. It won’t be long before they per-
form like copper; then, watch out! 

Figure 1 is a slide from GSI Technologies 
touting their “printed thru-hole vias.”  GSI was 

a printing company that has made the jump 
into printed electronics.

In a presentation from PragmatIC, the CEO 
caught my attention. Basically, he said that the 
closer they get to free (referring to the cost of 
their product, which is printed memory), the 
larger the market gets. I’ve heard these kinds of 
statements before, but the way he put it made 
a lot of sense to me. At a higher price point, 
the market is limited. The higher you go, the 
smaller the market. If you go high enough, you 
reach the costs of traditional electronics, which 
is the market we’re all very familiar with. I get 
all this. It’s logical and makes sense. Very few 
of our manufacturers are looking for ways to 
reduce the cost of their boards for their cus-
tomers. Typically, we fight every price change 
and try to not leave any money on the table. 
The problem with that thinking is that it clos-
es the door on a ton of potential that the PE 

The way i See iT  

PrinteD eLectronics uPDate continues

Figure 1: a slide from GSi’s presentation on printed electronics.
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guys have grabbed hold of. That’s the way they 
think. 

Driving down cost as quickly as possible 
to expand the market makes a lot of sense to 
them. You could say that the Chinese, and in 
particular, Foxconn have also grabbed that con-
cept by building boards and assemblies in an 
environment that allows them to dramatically 
reduce costs; this has opened up a much larger 
market for electronics than would have other-
wise existed. Now, most of the world can afford 
electronic products, which were mainly sold in 
developed countries. As a result, all boats rise. 
More electronic gadgets require more electronic 
infrastructure, which creates more jobs which 
then provides more income and more buying 
power, etc. Now, PE takes this cost reduction 
to a whole new level. In just a few years every-
one, everywhere, will have access to most of the 
technologies out there and printed electronics 
will make that happen.

As I mentioned last month, in a recent as-
sembly industry technology survey, printed 

electronics was the topic of greatest interest. 
Although not surprising to me, it does indi-
cate that our industries are finally waking up. 
And as I said earlier, the EMS companies are in 
a prime position to leverage the capabilities of 
PE technologies for their customers. My biggest 
concern is with the PCB fabricators. There is 
both a great opportunity and an ultimate end-
game for many. I’m not sure why there aren’t 
many more fabricators walking a show like 
IDtechEx. I only saw a few (Sunstone, Viasys-
tems, Multek). Maybe I’m way off base, but I 
don’t think so.  smt

The way i See iT  

ray rasmussen is the publisher 
and chief editor for i-Connect007 
publications. He has worked in 
the industry since 1978 and is 
the former publisher and chief 
editor of CircuiTree Magazine. 
To read past columns, or to 

contact rasmussen, click here. 

PrinteD eLectronics uPDate continues
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by Dr. Jennie S. Hwang
CEO, H-TECHnOlOgiES grOup 

Smt perSpectiveS & proSpectS

COluMn

New Year outlook: 
What can We expect in 2014?

Once again, it is the time to look at the year 
ahead. This is a relished tradition as I am on the 
spot to think critically about the next 12 months 
and then have the opportunity to cross-check 
the predictions 12 months later. My 2013 out-
look was, by and large, on or very close to target 
(Year-in-Review, December 2013). In this piece, 
I will take a long view on market thrusts in the 
anticipated global economic landscape, as well 
as technological trends in selected areas deemed 
important and relevant to the industry, which 
are tailored to the target readers of this maga-
zine. Each of these areas will be highlighted, but 
more detailed discussions will be addressed in 
my future publications and speeches. 

Global economic outlook
Overall, the U.S. economy in 2013 was not 

too hot and not too cold, rendering the Federal 
Reserve’s inaction in rolling back the stimulus 
program in bond buying. In 2014, the first and 
second largest economies, respectively, U.S. and 
China, are expected to show improved outlooks 
over 2013, while the third largest economy, Ja-
pan, launches bold new fiscal policies and eco-

nomic stimuli. With Japan holding the highest 
debt levels in the world (at 230% of GDP), Abe-
nomics needs to show real progress; it will be 
a tricky maneuver. China and Japan both hap-
pen to have recently installed new leadership, 
which will exert new influences and economic 
policies. 

Across the Atlantic Ocean, progress has been 
made. The signposts indicate that the financial 
crisis is ending in the Eurozone. Countries such 
as Italy and Spain are exiting recession. How-
ever, the ECB is pondering the challenge and 
impact of the worryingly low inflation rate. The 
U.K. sees recovery gaining pace. The Bank of 
England believes the U.K. economy is recover-
ing so quickly that it will likely consider raising 
interest rates in 2014[1].

However, a sound economy exists only if 
there is political and social stability. To that 
end, the standoff between China and Japan 
over territorial disputes could skew the global 
economies if it escalates to a dangerous stage. 
Such an escalation is unlikely, but not impossi-
ble. Eschewing any adverse complications calls 
for one of the most sensitive and intricate ex-
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ecutions of the U.S. diplomacy and the foreign 
policies. Navigating between the two disput-
ing countries takes more than the assessment 
of the current parameters and environments. It 
also needs both retrospective and pro-
spective understanding of the two 
countries in relevant economic, 
political and cultural terms, 
which are profoundly com-
plex. Brinkmanship would 
not be an effective tactic. A 
gingerly and delicate treat-
ment is in order.

The year 2014 appears to 
be an extension of another 
relatively low interest rate 
economy even with a modest 
interest rate increase, which 
is good for borrowing money 
to conduct business and cor-
porate-finance activities. The 
2013 U.S interest rate of 0.25% 
was at a historical low, far below 
the average (6%, with the all-time high of 20% 
in the 1980s), and the Eurozone was at 0.25%, 
also a record low, and U.K was at 0.50%. 

In corporate America, a rising tide (stimulus 
and low interest rate) has raised all boats in the 
stock market. But many premier companies are 
taking a hard look at their business strategy and 
focusing on enhancing operating margin and 
profitability. It is an arduous and critical think-
ing process, but it has to be done in order to be 
competitive. This process includes where and 
how the cash-rich multinational corporations 
(collectively holding more than $1 trillion in 
cash) are going to invest—overseas or domestic; 
dividend increase or share buyback; operation 
expansion or mergers and acquisitions. The 
strategic outcome will impact the job market 
and the U.S. economy, as will government poli-
cies and tax reforms.  At the date of this writing, 
December 1, 2013, the U.S. fiscal policy’s hold-
ing pattern poses uncertainty and risks to the 
2014 economy, and thus to corporate actions. 

Judging from the Chinese government’s 
decision not to pump funds into the economy 
and its implementation of new reform policies, 
the commodity prices, tightly linked with the 
supply and demand dynamics, are expected to 

stay flat or decline further. Another good sign 
is that U.S. manufacturing activity is in upward 
trajectory[2].

Going into 2014, the U.S. unemployment 
rate should see moderate improve-

ment, hovering around 7%, but 
reaching the 6.5% milestone is 
perhaps a stretch, unless the 
new Fed Chair’s emphasis on 
employment out of the cen-
tral bank’s dual mandate—
maximum employment and 
stable prices—exerts “miracle” 
muscle on reducing unem-
ployment. And the Eurozone 
continues to struggle with a 
double-digit high unemploy-
ment rate. 

2014 is also the year that 
the U.S. Federal Reserve looks 

for clarity on growth in order to 
taper bond buying. In my view, 

the Fed should and perhaps would 
pare back the stimulus in the spring (if not in 
December 2013), at least moderately. With in-
creased underlying strength, the U.S. economy 
is expected to grow at a faster pace than 2013, 
barring political debacle in Washington. There 
is a good chance that the U.S. GDP may recover 
to 3% or better. 

Overall, for the first year since 2008, you 
don’t have to be an optimist to see the glass as 
half full. And China’s economy (as does its poli-
tics) continues to be a factor!

                                                                       
china Factor

China is gaining traction in global trade. 
The country has just hit another milestone as 
the use of the yuan (renminbi) in trade finance 
overtook the euro and the yen, although the 
yuan is still far behind U.S. dollar. This is not to 
say that China’s banking and financial systems 
are well established. However, this milestone 
indicates that foreign (non-Chinese) companies 
are getting more comfortable trading in Yuan, 
in addition to garnering some pricing advan-
tages.                                                                                                                                     

It is crucial for China’s new leadership to 
implement structural reforms in 2014. Within 
the context of “planned reform,” the timing 

With increased 
underlying strength, 
the U.S. economy is 
expected to grow at 
a faster pace than 

2013, barring 
political debacle 
in Washington. 

“

”

new year outLooK: wHat can we exPect in 2014? continues
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new year outLooK: wHat can we exPect in 2014? continues

happens to be good from the standpoint of the 
state of the world economy. With all three of its 
largest trading partners in a slow growth mode, 
China has more a reason to gear up its con-
sumption-oriented economy to spur long-term 
growth, sustainability and social stability. Its 
government increasingly recognizes the market 
role in economy in order to move to a sustain-
able path that is to depend more on domestic 
demand and less on exports and government 
spending. The country has just formed the Na-
tional Development and Reform Commission 
to design and coordinate its reform. The new 
leading group’s duties, apart from economic 
reforms, are to plan and carry out reform on 
modernizing China’s “governance system” and 
“governance capability.”  The core issue of the 
reform is “to better handle the relationship be-
tween government and the market”[3]. 

With the formidable task in hand, the coun-
try’s stability is the new leaders’ number one 
“wants and needs.” Consequently, the official 
growth target is not expected to be 
higher than 7%. However, take 
note that, in practice, China 
has always exceeded its target 
in recent years.

China’s twelfth Five-Year 
Plan is the national master 
blueprint to achieve medium-
term economic and social 
objectives. The country must 
stay on its course to develop 
seven strategic priority indus-
tries: new energy (e.g., nucle-
ar, solar, wind); energy con-
servation and environmental 
protection (e.g., energy reduc-
tion target); biotechnology 
(e.g., drugs, medical devices); 
new materials (e.g., high-end 
semiconductors, rare earth); 
new IT (e.g., broadband net-
work); high-end equipment manu-
facturing (e.g., aerospace, telecom equipment); 
clean energy vehicles. 

China plans to provide financial and tax 
support to these industries over the next decade 
in hopes of making these sectors account for 
around 8% of China’s GDP by 2015 and 15% 

In semiconductor 
sector, Intel, the top 

captive semiconductor 
manufacturer since its 

inception, made an 
astounding announce-
ment that the company 

will open up its fab 
factories to outside 
business, serving as 
foundries as well.

“

”

by 2020. The broad-based goals to be achieved 
are: sustainable growth; moving up to the value 
chain; reducing disparities; scientific innova-
tion with R&D spending increase to 2.2% of 
GDP; environmental protection; energy effi-
ciency; and domestic consumption. 

To foreign companies, these goals bear a 
plethora of business implications. I see specific 
opportunities in individual areas and industry 
sectors.

For Chinese companies, iconic branding is 
a dream come true. Many have gained under-
standing on what it takes to globalize through 
the thoroughly planned strategy executed re-
lentlessly over sustainable years—Samsung and 
Singapore Airlines are two admirable models. 
As more indigenous companies aspire to be a 
global brand, more global competition in all in-
dustry sectors is in the works.

electronics industry: Hardware
Five words cover the essence of electronics 

hardware: smart, mobility, connec-
tivity, wearability and innova-

tion. 
Technology never holds 

still. Technology advances 
will prop further mobil-
ity and connectivity in 2014. 
The growth and volume of 
electronics hardware will be 
driven by mobile devices, and 
high reliability and high per-
formance electronics will pro-
pel new materials innovation.

In semiconductor sector, 
Intel, the top captive semicon-
ductor manufacturer since its 
inception, made an astound-
ing announcement that the 
company will open up its fab 
factories to outside business, 

serving as foundries as well. The 
company will compete head-on 

with other giants, such as Samsung and Tai-
wan Semiconductor Manufacturing Company 
(TSMC). Its unprecedented strategy of giving up 
its long-standing captive status will change the 
dynamic of foundries business among the top 
players, and may spill over to the industry.
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In manufacturing technology, 28 nm node 
has demonstrated high yield and low-cost man-
ufacturing. Samsung and TSMC reportedly will 
use the 20 nm node technology to manufacture 
Apple chips in 2014. Additionally, the manufac-
turing prowess in 14 nm node will be unveiled 
by Intel. As the 20 nm is being established, 2014 
is also the year to lay the ground work for devel-
oping 10 nm capability on 450 mm wafers.  

Building chips on 450 mm wafers in volume 
production is moving forward by both OEMs 
and foundry manufacturers. Establishing 450 
mm wafers are a major technological move, so 
is to further shrink transistors below 20 nm. 
These plans and commitments will lead to fur-
ther advances in the chip industry to deliver in-
creased functionalities and reduced cost in elec-
tronic and optoelectronic products that serve a 
broad spectrum of industries. In the wafer fab 
equipment market, a year-over-year growth rate 
of more than 30% brings 2014 to the projected 
spending of $39.5 billion. 

In optoelectronics, new materials for LEDs, 
such as gallium nitride-on-silicon, is expected 
to see market penetration in 2014. 

As ICs move to 20 nm and below, a con-
tinuing effort to make the next levels of con-
nections to reach the end-use products calls for 
new designs and new materials in the second 
level IC packages and the third level connec-
tion in PCBs. In 2014, major new thrusts are 
not in sight for the second and third levels of 
inter-connections, yet activities are abundant 
that offer gradual technological advances, in-
cluding optical inter-connections, embedded 
devices and printed electronics. The develop-
ment in high density packages, including 3D 
packages, system-in-package and BTC packages 
will continue. Overcoming the design and man-
ufacturing hurdles, the packages with 0.3 mm 
pitch BGA architecture will be entering into the 
mainstream. 

To maximize the yield and reduce cost, 
PCBs’ thermal stability, under the high manu-
facturing temperature imposed by the assembly 
process, continues to be the most critical perfor-
mance parameter. Although a PCB possessing a 
higher glass transition temperature (Tg) is read-
ily available, Tg, per se, does not represent the 
PCB’s heat tolerance ability. Other properties, 

such as mechanical properties, thermal decom-
position temperature, thermal expansion over 
a temperature range, out of plane and in-plane 
thermal expansion and moisture absorption all 
contribute to the overall performance (i.e., in-
ternal structure integrity). 

electronic Hardware manufacturing
Going forward, the three business models 

in electronics hardware manufacturing, OEM 
(original equipment manufacturer), ODM (orig-
inal design manufacturer), and EMS (electron-
ics manufacturing services) will shift and the 
demarcation among them will be blurring. The 
challenge to companies will be crafting a clear 
vision and formulating a strategy based on not 
only the core value but also the deep under-
standing of the market and its trajectory.  

Nonetheless, the bottom-line objectives in 
executing the business remain the same: to pro-
duce high quality reliable products at a com-
petitive cost, in a competitive timeline while 
generating target operating margin and profits 
at any justified locale in the world. Specifically, 
attention goes to the following areas:

• Strategic alignment with core competency 
   in niche areas
• Moving up in operating margin through 
   niche products and services 
• Time-to-market from design to end-use 
   customers
• Manufacturing flexibility from design to 
   production flow to supply chain agility 
• Supply chain infrastructure and execution 
• Inventory management and optimization
• Physical proximity to customers
• Partnership with customers
• Partnership with individually justified 
   external services (e.g., outsource)
• Innovative capability 
• Ability to foresee emerging technologies
• Tie-in with advanced manufacturing

In the context of competitiveness in the 
global marketplace, advanced manufacturing 
will gain further momentum in 2014. As one 
example, to slash production lead times and 
to advance a product’s characteristics, additive 
manufacturing (3D printing) has opened up 

SMT perSpeCTiveS & proSpeCTS
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new space. I define advanced manufacturing as 
“manufacturing capability and leadership ca-
pacity to sustain, grow and excel in the global 
landscape to meet both anticipated and unpre-
dictable challenges by leveraging technologies 
and a well-positioned business model.” This is a 
separate topic to be discussed in future 
columns.

I cannot emphasize enough 
that inventory management 
is imperative to the success 
of manufacturing operations, 
and its optimization is para-
mount to the healthy balance 
sheet and cash flow. Compa-
nies must keep track and con-
trol of both days of inventory 
as well as the actual dollar val-
ue of inventory. Doing well in 
this area mitigates the mishap 
of production outpacing de-
mand as well as eschews cash 
flow trap. 

When assessing the viability 
of out-sourcing, regardless of on-
shore or off-shore, the cost is not a sole variable 
in the equation; rather, the cost of ownership 
drives the business model. 

solar Photovoltaic market and technology
The painstaking rebalancing, consolidation 

and shakeout are ending. 
All signposts indicate that 2014 is looking 

brighter throughout the solar industry and the 
“healthy” companies who have served the so-
lar sector during the boom and bust times will 
win big and the sustainers will be handsomely 
rewarded. Companies that have a solid strategy 
and have thus survived the last two-year “mas-
sacre” have raised their shipment guidance. 
Overall, 2014 will be a rebounding year, with 
the explanation below. 

In 2014, the global end-use market will be 
growing or stabilizing—U.S., China and the rest 
of Asia-Pacific will grow and Europe will be sta-
bilizing. Japan’s lucrative feed-in tariff scheme 
will accelerate its solar deployment. Solar global 
GW installation will hit 45–55 GW level.

In the U.S., more than 9.4 GW of cumulative 
solar electric capacity was installed in 2013. The 

Federal Energy Regulatory Commission (FERC) 
stated that solar is one of the fastest-growing 
sources of new energy in the United States. To 
spur new solar deployment nationwide, FERC 
issued a new order that allows solar projects 
that meet certain requirements to qualify for 

a “fast track” interconnection pro-
cess, thus eliminating the need 

for costly and time-consuming 
studies. This new development 
will help reduce interconnec-
tion bottlenecks. 

China’s Bureau of Energy 
proposed to increase solar 
power installations from the 
previous target of 10 GW to 
12 GW in 2014. The prevalent 
view is that reaching 15 GW 
is likely. This time around, on 
top of the elevated installa-
tion target to help the indus-
try, Beijing is accelerating its 

build-up of solar power plants, 
which will undoubtedly help 

solar panel sector. This action is ex-
pected to rectify any residual imbalance that 
wrecked the industry for the last two years in 
an extraordinary way. Obviously, this action is 
good for “healthy” pure-solar-players who sur-
vived the two-year downturn, such as Canadian 
Solar, Trina, Yingli, and First Solar, but not the 
“unhealthy” companies, who are goners. 

In photovoltaic cell technology, while thick 
film and thin film are co-existing in the mar-
ketplace, the quantum dot technology is bur-
geoning in the laboratory prototype, which is 
poised to leapfrog the existing technologies. In 
the marketplace, thin film has lost market share 
during last two years due to the market turmoil 
and lack of scale. Going forward, the advanced 
thin technology coincides well with the future 
growth of mobile devices.

In terms of regional market, there will be a 
market re-distribution geographically. The solar 
PV market is shifting from Europe to Asia Pacific. 
However, not to ignore Europe; it remains over-
all a vast pool of end demand for solar energy, 
accounting for nearly a third of global demand 
at 10–12 GW in 2014. Europe will be stable in 
2014 and will remain a key region for business.

SMT perSpeCTiveS & proSpeCTS
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In 2014, the global 
end-use market will 

be growing or 
stabilizing—U.S., 

China and the rest 
of Asia-Pacific will 

grow and Europe will 
be stabilizing. 

“

”
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For suppliers in materials, components and 
devices in the supply chain of the solar indus-
try, the healthy companies with a solid busi-
ness model will also be rewarded substantially. 
In the solar space, when taking all factors into 
consideration, the industry remains rewarding, 
perhaps one of a few that have reachable, hand-
some growth prospects in the visible future. Af-
ter going through the growing pains, the indus-
try is expected to get stronger.

environment-Friendly Lead-free electronics 
and regulatory-compliant manufacturing 

The industry’s technology and manufactur-
ing are expected to move ahead with incremen-
tal improvements. 

On conflict mineral disclosure requirements, 
2014 will be the first filing year to comply with 
the Securities and Exchange Commission (SEC) 
rule. The rule requires supply chain due dili-
gence and specialized reporting by companies 
that manufacture or are contracted to manu-
facture products that contain certain minerals 
originating from the Democratic Republic of 
the Congo and adjoining countries. Conflict 
mineral disclosure requirements include specif-
ic elements—tungsten, tantalum, tin, gold and 
their derivatives. Make a note that the category 
of derivatives is a tricky area.

In 2014, more electronics sectors including 
medical devices will join the world of lead-free 
electronics to comply with RoHS. Additionally, 
RoHS will be deployed to more countries. 

Introduction of new or modified lead-free 
solder alloy materials will continue through 
sound scientific (metallurgical) execution in an 
effort to improve the performance and reliabil-
ity and to alleviate production and reliability 
issues of tin-copper and tin-copper-silver sys-
tems. On reliability, high-quality work has been 
conducted and abundant data generated. One 
challenging effort is not to make a conclusion 
when a conclusion is not ready to be made. 
Publications that deviate from this principle are 
not in short supply. Going forward, it is hoped 
that this necessary principle would be followed 
so that reliability means reliability.

Overall, environmentally friendly electron-
ics is becoming a given. Corporations’ environ-
mental stewardship for global sustainability, 

Dr. hwang, an international 
businesswoman and speaker, 
and business and technol-
ogy advisor, is a pioneer and 
long-standing contributor to 
SMT manufacturing since its 

inception, as well as to lead-free electronics 
implementation. among her many awards 
and honors, she is inducted to the WIT In-
ternational Hall of fame, elected to the Na-
tional academy of engineering, and named 
an r&D-Stars-to-watch. having held senior 
executive positions with lockheed Martin 
Corp., Sherwin williams Co., SCM Corp, and 
ieM Corp., she is currently Ceo of h-Technol-
ogies group, providing business, technology 
and manufacturing solutions. She has served 
on the u.S. Commerce Department’s export 
council, chairman of assessment panel on 
DoD army research laboratory, various na-
tional panels/committees, and the board of 
Fortune 500 nySe companies and civic and 
university boards. She is the author of 400+ 
publications and several textbooks, and an 
international speaker and author on trade, 
business, education, and social issues. Her 
formal education includes four academic de-
grees as well as the harvard business School 
executive program and columbia university 
corporate governance program. for further 
info, go to: www.jennieHwang.com. To read 
past columns, click here.
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driven by regulations or other causes, continues 
to be one of important corporate business poli-
cies in 2014.  smt
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summarY: the old saying “an ounce of pre-
vention is worth a pound of cure” is very true when 
it comes to the assembly process and avoiding 
field-failure returns. 

Flux corrosion is just one of the reasons an 
assembly might be rejected by the end custom-
er, or worse yet, be returned from the field non-
operational. Fortunately, there are steps that 
can be taken to minimize the risk of corrosion, 
even before the first component is placed.

Understanding how flux corrosion is as-
sessed per industry standards is an important 
first step in selecting the correct flux-containing 
products for the assembly process. 
Additionally, understanding 
the different types of flux 
corrosion is useful in de-

termining the best way to minimize the flux’s 
corrosive effects, which can be assessed using 
actual process chemistry on dummy circuits 
through testing that is termed “assembly pro-
cess validation testing.” And what better way 
to avoid field failures than to learn from others’ 
mistakes?  The following three case studies will 
provide steps for assembly process improve-
ment.

There are two types of corrosion associated 
with fluxes, chemical and electrolytic. By defi-
nition, chemical corrosion is a process in which 
a solid, especially a metal, is eaten away and 
changed by a chemical action. Electrolytic cor-
rosion, on the other hand, is an electrochemical 
process in which one metal corrodes preferen-
tially to another when both metals are in elec-
trical contact in the presence of an electrolyte. 

Flux corrosion on electronic as-
semblies was assessed in the 

1950s. Unfortunately, it is 
a failure mechanism still 

by renee michalkiewicz
TraCe laboraTorieS

Addressing Flux Corrosion and 
Reliability Concerns Early

feaTure
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observed today. Initially, flux materials were 
qualified for use on military products per MIL-
F-14256 [1]. These were the days of the RMA (ros-
in, mildly activated) and RA (rosin, activated) 
fluxes. The first IPC specification, IPC-SF-818 
[2], came along in 1988, followed by a standard 
that was accepted by multiple organizations. 
Given the joint effort, it was renumbered IPC 
J-STD-004 [3] (J-STD = joint standard). 

Since the 1950s, the corrosive properties of 
fluxes have been assessed and materials have 
been qualified. Low solids no-clean fluxes have 
been added to the mix, but these are not with-
out processing concerns. The weak organic ac-
ids typically found in many no-clean fluxes can 
cause corrosion if they are not fully activated 
through thermal exposure. The most common 
issues are related to an inadequate reflow profile 
or excessive application of flux so that all of the 
potentially harmful flux residues are not com-
pletely volatilized. The remaining acid could 
easily attack copper barrels or traces and even-
tually lead to an open circuit on the assembly.

On the other hand, electromigration will 
often occur when you have an unactivated no-
clean flux residue or a water-soluble flux residue 
that was not completely removed. These are 
somewhat tough to isolate because they often 
lead to intermittent short circuits, as dendrites 
tend to form and burn off once the current flow-
ing through the dendrite becomes too great.

IPC J-STD-004 is a current document used 
to classify fluxes, and any flux containing sol-
der—solder paste, cored wire, etc. There are four 
tests in 004 that assess how corrosive a flux or 
flux residue is: copper mirror, corrosion, surface 
insulation resistance (SIR) and electrochemical 
migration (ECM). These four tests are used to 
establish whether the flux will be categorized as 
an L (low activity), an M (moderate activity), 
or an H (high activity). For reference, many of 
the L fluxes are no-cleans, while many of the H 
fluxes require cleaning following the soldering 
process. The 004 document is intended to qual-
ify the flux material not the soldering process.

In the copper mirror test, the flux is assessed 
in the as-received condition. It is not reflowed 
before or during the test. The flux is applied to 
glass slides that have been coated with 50 nm 
of copper. The slides are placed in a chamber 
at 23°C/50%RH for 24 hours. Following the ex-
posure, a visual exam is performed to assess the 
amount of breakthrough. You can see by the 
photos that the amount of breakthrough de-
termines whether the flux is an L, an M, or an 
H. The final classification for the flux is deter-
mined by the highest activity level for all tests, 
so the flux may give an L result for one test and 
an M for another—in this case it would be clas-
sified as an M.

The corrosion test is different than the cop-
per mirror test. In this test, the flux is tested af-

feaTure

figure 1: copper mirror test. l = no breakthrough, M = less than 50% breakthrough, H = greater than 
50% breakthrough.

aDDressing FLux corrosion anD reLiaBiLity concerns earLy continues
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ter reflow. A small amount of flux and solder 
is run through the appropriate reflow profile 
on a copper panel. The copper panel is then 
conditioned for ten days at 50°C/95%RH. Fol-
lowing exposure, the panels are removed and 
visually examined. The “no corrosion” on the 
left would indicate an L rating. The “minor cor-
rosion” in the center would yield an M rating 
and the “major corrosion,” where a green/blue 
copper salt has formed, would be an H; here, 
the copper is being corroded by the flux.

The next two tests assess the flux’s propen-
sity to develop leakage current across two iso-
lated traces. This leakage current is often caused 
by the formation of dendrites or electrochemi-
cal migration. Again, these J-STD-004 SIR and 
ECM tests were developed to test the flux itself, 
not an assembly process. For the SIR test, the 

addressing flux corrosion and reliability concerns early continues

flux is reflowed on the test board. The samples 
are biased and exposed to 40°C/90% RH for sev-
en days. During that time, insulation resistance 
(IR) measurements are taken every 20 minutes. 
The reason for the frequent monitoring of the 
IR is that dendrites tend to form and then burn 
off because they cannot carry the current that 
builds up across this fragile “circuit,” as shown 
in this real time video. 

The 20-minute measurement interval is in-
tended to catch the drop in IR when there is a 
bridge between the conductors. Fluxes that fail 
to meet the 1 x 10E + 08 ohm requirement must 
be cleaned. Additionally, following the test, a 
visual exam is performed. Evidence of corrosion 
of the conductors is also considered to “not 
meet” the specification and the flux would have 
to be cleaned. There is a lot of product develop-

FeaTure

Figure 2: Corrosion test showing (l–r) no corrosion, minor corrosion and major corrosion.

Figure 3: Flux corrosion of copper conductors. Figure 4: Dendritic growth.

http://www.youtube.com/watch?v=dYedxobDFxc
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ment that flux manufacturers must perform to 
develop a product that will effectively clean the 
metals to be soldered, make a good quality sol-
der joints and leave no corrosive residues.

The electrochemical migration test was cop-
ied from the Telcordia GR-78-CORE [4] specifi-
cation. For manufacturers who are required to 
have their materials qualified to J-STD-004, as 
well, the GR-78 wanted one qualification proce-
dure to cover both J-STD-004 and the Telcordia 
document. This method has not been modified 
to include frequent monitoring of the IR be-
cause the Telcordia document does not include 
this. Again, for this test, the flux is tested in the 
reflowed state. The boards are run at 65°/85% 
RH for 21 days and the IR measurement at 96 
hours is compared to the 500-hour measure-
ment. A greater than 1 decade drop in IR would 
constitute a failure. 

Again, dendrites and corrosion are reasons 
for failure.

There is one additional test, the Bono test, 
which has been run for a number of years but 
is not currently part of the J-STD-004 specifica-
tion. The Bono test is based on a test developed 
by Dr. David Bono and recently modified by 
Dr. Laura Turbini [5]. For the most recent study, 
weak organic acid (WOA) solutions including 
abietic, succinic, glutaric, adipic and malic acids 
were used to assess the best environment for as-

sessing flux corrosion. This experiment did not 
use full flux chemistry, just the acid itself. The 
study found a 60°C/93% RH environment for 
10 days was most effective in detecting differ-
ences in the WOA’s corrosivity. The J-STD-004 
committee is currently considering the research 
being done on this method for possible inclu-
sion in the specification. This test is a similar 
temperature/humidity/bias (T/H/B) test, but the 
amount of corrosion and the IR are measured 
quantitatively. The test is showing promise for 
being more sensitive in assessing flux corrosion.

Once the fluxes have been selected, it is 
important to confirm that all of the assembly 
process chemistries work well together and that 
there will not be any unexpected reactions. 
IPC-9202 [6] and IPC-9203 [7] are resource docu-
ments for this assessment. Often, a perfectly 
benign flux, when placed in the company of 
other chemistries, can cause some unexpected 
reactions. The IPC-B-52 board pictured below 
is a good tool to assess process chemistries. Test 
boards and dummy components may be pur-
chased commercially or the boards may be built 
by the actual board supplier to assess this step, as 
well. It is important to use dummy components 
as active circuits would not allow for IR to be 
measured beneath the components. This board 
is a good tool to assess a change in assembly line 
chemistry. The old and the new chemistry may 
be run side-by-side to compare leakage current 
development and corrosion characteristics. 

case studies
Case #1: An automotive audio supplier be-

gan experiencing intermittent failures in their 
radios. Intermittent failures can be difficult to 

aDDressing FLux corrosion anD reLiaBiLity concerns earLy continues
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figure 5: Modified bono test pattern.

Figure 6: ipC-b-52 assembly.
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detect, but evidence of carbonized debris was 
observed (Figure 7). This debris is what remains 
when the dendrite sees too much current and 
then disintegrates.

When assessing what went wrong in the as-
sembly process, data sheets and qualification 
data were reviewed for all chemicals involved. 
The flux supplier was asked for recent evidence 
of lot conformance testing and qualification 
data. It was discovered that the material had not 
undergone a full qualification in 15 years. Run-
ning an ion chromatography test on the flux 
confirmed that the activity level of the flux had 
changed, most likely due to a change in one of 
the raw materials. 

For users of fluxes, it is important to select 
fluxes that are qualified per J-STD-004 or anoth-
er industry standard. After selecting the solder-
ing materials for the assembly process, it is im-
portant to ask to see the dated qualification and 
conformance reports. Do not rely on technical 
datasheets as this information can be years old. 
Per 004, flux manufacturers must be able to pro-
vide this data to their customers. This is most 
often an issue (product not tested for a very 
long time and out of control) in product failure 
analysis when the contract manufacturer (CM) 
or original equipment manufacturer (OEM) is 
using a flux supplier who does to participate in 
IPC or other technical conferences.

IPC has recognized this as a common issue 
and has begun a program called Product Vali-

dation Services. Randy Cherry, the director of 
this program, is trying to help eliminate these 
issues by performing supplier audits and by 
testing products to show conformance to IPC 
documents. The first group of products to be 
qualified was fluxes. This will hopefully lead to 
a qualified products list (QPL) similar to that 
used by the military industry that will be read-
ily available to the industry for selection of ap-
proved products.

Case #2: The second case study involves 
a security company that began receiving field 
failure returns of their camera system. The issue 
was isolated to a particular BGA. You can see 
excessive flux residue around the suspect com-
ponent.

The test engineer X-rayed the BGA to look 
for potential failure causes and was able to cap-
ture images of the dendritic growth projecting 
from the solder balls. Additionally, once the 
BGA was removed, there was clear evidence 
of excessive flux residue and dendritic growth 
bridging electrically isolated conductors.

These photos show the dendrites beneath 
the excessive flux residue with the component 
removed. Fourier transform infrared (FTIR) spec-
troscopy was run on the flux residue for com-
parison to reflowed flux residues of all fluxes 
used in the assembly process. There was a close 
match to a particular tacky rework flux. When 
reviewing the flux datasheet the following state-

aDDressing FLux corrosion anD reLiaBiLity concerns earLy continues
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Figure 7: Carbonized debris.

figure 8: excessive flux residue observed 
surrounding bga.
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ment was found: “Meets IPC ANSI-J-STD-006 
requirements for ORL0, Water Soluble.”  There 
is a problem with this statement. J-STD-006 is 
the standard for the solder metal, not the flux 
activity level. This should be a red flag that the 
manufacturer may not have a complete under-
standing of the IPC classification system. When 
ion chromatography was run on the flux, it was 
found to be an L1 level containing halides.

Again, these are very straightforward exam-
ples of what pitfalls need to be avoided when 
developing the assembly process steps. Any 
hand soldering step—in this case rework—must 
be tightly controlled to make sure all flux is ful-
ly activated. Request and review actual flux data 

and be on the lookout for red flags. Consider 
performing process validation studies before 
the product is in a field failure return situation. 
Weigh your risks and potential damage to your 
reputation if product is recalled.

aDDressing FLux corrosion anD reLiaBiLity concerns earLy continues
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figure 10: excessive flux residue and dendritic 
growth visible once bga component was 
removed.

Figure 9: X-ray image showing dendritic growth 
beneath bga.

summary of recommendations 

use reputable flux suppliers rework flux must see full heat to be fully activated

periodically request the most recent  look for “red flags” on product datasheets that could

qualification and lot screening test results suggest the flux supplier does not have understanding of  

 product specifications

be sure to have controls on all stages of  Do not tent via on one side of board 

the soldering process 

verify assembly process through process  Make sure vias are completely tented; no soldermask voids

validation studies 

control process steps that are not part of 

the normal process (i.e., rework) 

Table 1.
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renee Michalkiewicz is the gener-
al manager of Trace laboratories, 
in baltimore, Maryland, and may 
be reached by clicking here. 

Case #3: Entrapped assembly chemicals 
are an issue that can arise within small vias or 
within vias that are tented on one side of the 
board. Soldermask voiding and misregistration 
can also allow assembly chemicals to enter a via 
and become trapped. A board going through 

an additional reflow step can 
give the chemicals time to dis-
solve the copper in the hole 
which can lead to an open cir-
cuit. Manufacturers appear to be 
more aware of this failure mode, 
so it is not found as often as it 
was few years ago.

Table 1 contains a summary 
of steps that may be taken to  
improve assembly reliability as  
it relates to controlling flux  
corrosion.  smt
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photo 11: Soldermask void in tented via.

photo 12: blind via with missing copper plating.
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Previously published in the 2013 IPC APEX 
EXPO Conference Proceedings

abstract
The very small solder joints that now ac-

count for an increasing proportion of the con-
nections on which modern electronics depend, 
are typically made up of only a few grains, 
sometimes only a single grain. This combined 
with the high degree of anisotropy in the me-
chanical properties of the body-centred te-
tragonal beta-tin crystal is a significant factor 
in determining the response of the joint to 
the strain to which it is subject in service, 
with consequent implications for reliability. 
The superior reliability in joints with multiple 
small grains of random orientation suggests 
that it would be advantageous if the solder al-
loy could be made to solidify with that fine 
grain structure. In the study reported in this 

paper, the effect of trace additions of selected 
elements on the grain structure of pure tin 
and lead-free solder alloys was observed. The 
elemental additions were chosen on the basis 
of previous research as well as an analysis of 
relevant binary phase diagrams. 

Solidification theory suggests that an objec-
tive of the addition should be to promote the 
rapid development of a constitutionally un-
dercooled zone ahead of the advancing solid/
liquid interface since this is known to favour 
the repeated nucleation required to achieve a 
fine grain structure. The results contribute to 
the growing body of knowledge on the de-
velopment of microstructure in lead-free solder 
alloys.

introduction
Most of the significant differences between 

the commonly used lead-free solders, those 
based on additions of copper and/or silver to 
tin, and the eutectic tin-lead solder that they 
are replacing can be related to the microstruc-
ture. The microstructure of the tin-lead eutectic 
is made up of interleaved layers of a lead-rich 
tin metallic phase and a tin-rich lead metal-
lic phase while that of the lead-free solders 

by K. sweatman and t. nishimura, 
nihon Superior Co., lTD and 
s. D. mcDonald, m. whitewick, 
and K. nogita, 
univerSiTy oF QueenSlanD, briSbane, auSTralia

Grain Refinement for Improved 
Lead-Free Solder Joint Reliability
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is essentially a pure tin matrix in which are 
dispersed particles of one or both of the inter-
metallics Cu6Sn5 and Ag3Sn.

While the equilibrium phase diagrams for 
the lead-free solders with 3–4% silver and 0.5–
1% copper predict a microstructure dominated 
by eutectics with a fine dispersion of the in-
termetallics, the conditions during solidifica-
tion in production soldering processes are usu-
ally very far from thermodynamic equilibrium. 
The situation is further complicated by interac-
tions with substrates with much of the Cu6Sn5 
ending up at the interface. The consequence is 
that the microstructure is predominantly tin 
with a dispersion of intermetallics that often 
have a morphology more typical of a primary 
phase than that formed by the coupled growth 
of a eutectic.

A further factor with implications for joint 
reliability is that there are typically very few in-
dividual tin grains in a solder joint. In the very 
small joints to the area array packages that ac-
count for an increasing proportion of the con-
nections in modern electronic assemblies there 
are typically only two or three grains and some-
times only one. The reliability consequences of 
having so few grains are particularly severe in 
tin because of the extreme anisotropy of its 
physical properties. Given that anisotropy the 
time to failure for a particular joint under the 
conditions to which it is exposed when it is 
subjected to thermal cycling can be very depen-
dent on the orientation of those few grains[1].

While grain boundaries can themselves con-
tribute to failure the reduction in the anisotro-
py of a solder joint by increasing t he number of 
randomly oriented grains would be an advan-
tage and the observation has been made that 
joints with a finer effective grain size last longer 
in thermal cycling than otherwise expected[2].

Given the continuing need to increase the 
reliability of solder joints an avenue that war-
rants exploration is reducing the grain size of 
the tin matrix.

Factors that affect grain size
It has been found to be difficult to reduce 

the grain size of as-solidified tin because tin 
has been found to be particularly difficult to 
nucleate[3]. For a grain to form from the molten 

alloy the first requirement is a solid particle to 
which tin atoms from the liquid can attach in 
the ordered arrangement of the body-centred 
tetragonal crystal of the beta allotrope that is 
the stable form of tin at temperatures above 
13.2°C. The grain size of the solder joint is in-
versely related to the number of nuclei activat-
ed in each joint during solidification. In pur-
suing this possible avenue of solder joint reli-
ability improvement, therefore, the challenge is 
increasing the number of active nuclei in each 
joint.

Two methods of increasing the number of 
active nuclei are to:

• Introduce foreign particles that can act as 
   nuclei for tin (heterogenous nucleation)
•   Create conditions during solidification 
    that favour homogeneous nucleation

Attempts at tin grain refinement with heter-
ogenous nuclei have not been successful in sig-
nificantly increasing the number of grains in s 
solder joint[3] and in the study reported in this 
paper the focus has been on the promotion 
of homogeneous nucleation. Homogeneous 
nucleation occurs when atoms from the liquid 
organise into a particle of the crystal lattice 
large enough to provide a stable base to which 
other atoms can attach. Measures that promote 
homogeneous nucleation also have the effect of 
increasing the likelihood that any heterogenous 
nuclei that are present will be activated.

Because of the need to create a new high en-
ergy solid/liquid interface homogenous nucle-
ation requires the driving force of a large free 
energy reduction so that it does not occur at 
the equilibrium melting point. Cooling has 
to continue to temperatures below the melt-
ing point before there is sufficient free en-
ergy available to initiate nucleation. This is 
the phenomenon known as undercooling. As 
molten tin cools the plot of temperature versus 
time (Figure 1) initially follows Newton’s Law 
of Cooling. Because of the difficulty of nucle-
ation the cooling continues past the theoreti-
cal melting point until a temperature is reached 
at which there is sufficient driving force (Gibbs 
free energy) to create the high energy solid/
liquid interface required for a stable nuclei to 
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form. In Figure 1 the undercooling is only six 
degrees but undercooling as large as 187°C has 
been measured in extremely high purity tin[4].

Once solid tin has been nucleated and 
growth begins the latent heat released by the 
solidifying tin results in the temperature climb-
ing to the equilibrium freezing temperature (the 
melting point) and in a pure metal or eutectic 
solidification proceeds at that temperature un-
til all liquid has solidified, after which Newton 
cooling continues.

It has been demonstrated that tin dendrites 
grow very quickly once solidification has com-
menced[1] so that particularly in a small joint 
there is little time for further nuclei to activate. 
For this reason nucleation of more grains should 
be favoured by slowing down solidification.

The rate of solidification can be reduced by 
lowering the melting point of the liquid at the 
interface. The liquid then has to cool further 
before solidification can proceed. The resulting 
delay provides additional time and the extra 
cooling additional driving force for the activa-
tion of other nuclei. Such a reduction in the 
melting point of the liquid at the interface can 
be achieved by adding to the tin an element 
that lowers the melting point of tin and that 
has relatively low solubility in solid tin. As the 
solid tin interface advances the concentration 

of the rejected additive in the 
liquid adjoining the interface is 
increased and its freezing tem-
perature reduced. This is the ef-
fect known as constitutional un-
dercooling.

The greater the reduction in 
the melting point per unit of 
additive the more effective the 
additive should be in promot-
ing constitutional undercooling. 
And the lower the solubility of 
the addition in solid tin the fast-
er its concentration will build 
up. These two factors therefore 
provide a basis for selecting can-
didate grain refining additives.

The effect can be quantified 
by the use of what is known 
as the growth restriction factor 
(GRF), which is a measure of the 

extent to which the advance of the solid in-
terface into the adjoining liquid under the in-
fluence of a temperature gradient is limited by 
the increase in solute concentration in the area 
adjacent to the interface. This in turn is deter-
mined by the rate at which the solute atoms dif-
fuse through the region of liquid ahead of the 
interface, Q, which is defined[5] as

Q = mco (k-1)

where m is the gradient of the liquidus at 
the composition of the alloy and k is the parti-
tion coefficient defined as

k = cs-co

where co  is the concentration of the addi-
tive in the liquid and cs is the concentration of 
the additive in the solid that forms from that 
liquid. These features are indicated on the sche-
matic eutectic phase diagram in Figure 2.

It has been proposed that when the con-
stitutional undercooling is small this equation 
could be used to predict the grain size. When 
the constitutional undercooling is large a plot 
of grain size again Q makes it possible to de-
termine whether the additive is functioning 
as a nucleant of a promoter of constitutional 
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figure 1: cooling curve for pure tin showing the undercooling 
required to trigger nucleation of solid.
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undercooling. For elements that function as a 
promoter of constitutional undercooling there 
should be a linear increase in grain size with 
1/Q. If the additive is acting simple as a heter-
ogenous nucleant the grain size will simply de-
crease with increasing concentration up to the 
saturation limit[7].

selection of grain refiners
The elements listed in Table 1 were se-

lected for evaluation as grain refiners on the 

basis that they met the criteria 
for promoting significant consti-
tutional undercooling in tin. The 
values for the liquidus slope, m, 
and partition coefficient k, were 
estimated from published phase 
diagrams. Except for Ag and Cu, 
the decision to select these ele-
ments was reinforced by reports 
in the literature of grain refining 
effects in tin and high tin alloys. 
Ag and Cu were included not 
only because of their significant 
growth restrictions factors but 
because they are the most com-
mon alloying additions in lead-
free solder.

experimental Procedure
Alloying

The elemental additions were 
made to 99.9% tin via master al-
loys prepared by heating mix-
tures of the elements to tempera-

tures up to 800°C for 2 hours.

Thermal Analysis
1kg for the alloy was melted in graphite 

crucibles coated with boron nitride, which is 
inert to these alloys and not expected to play 
any role in nucleation. The crucible was stabi-
lized at 332°C (100°C above the melting point 
of tin) for two hours, the dross removed from 
the surface and the alloy stirred thoroughly to 
ensure uniformity. A 30 ml sample was poured 
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figure 2: parameters used in the calculation of the growth 
restriction factor in non-equilibrium solidification.

Table 1: elements selected as potential grain refiners.

grain reFinement For imProveD LeaD-Free soLDer Joint reLiaBiLity continues
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It was found that mechanical damage caused 
by cross-sectioning triggered recrystallization, 
something that is not unexpected in tin, which 
is very soft and so vulnerable to deformation 
and at normal room temperatures is at a  rela-
tively high homologous temperature—about 
0.6Tm which is equivalent to, for example, cop-
per at about 530°C.

The opportunity was thus taken of extending 
the study to include the effect of the selected al-
loying additions on the recrystallized grain struc-
ture as well as the as-cast grain structure. Because 
of this recrystallization, with the techniques 
available the as-cast grain size could be determined 
only by examination of the exterior surface.

Measurement of As-Cast Grain Size
To reveal the grain structure the as-cast ap-

proximately 1kg ingots were etched in a bath of 
2% HCl + 5% HNO3 in ethanol. Macrographs 
of the etched surface were taken with a 16 Mp 
SLR camera. Because of the cooling direction 
in the ingot mould the grain structure was 
predominantly columnar and the dimension 
measured was the width (Figure 5). Sufficient 
measurements were taken to get a statistically 
significant result.

Measurement of Recrystallized Grain Size
Thermal analysis samples were cut in half 

and mounted in epoxy resin, ground on sili-
con carbide paper and polished with 0.5µm 
diamond with a final finish with SiC. If neces-

into a non- wetting stainless steel cup and a 
thermocouple inserted. The crucible was locat-
ed between insulating boards as in the set up  
illustrated schematically in Figure 3. In this  
arrangement heat is lost mainly in the radial  
direction.

Data was sampled from the thermocouple 
every 0.2 seconds and written into an ASCII 
file via a DOS program. The derivative cal-
culated to permit more accurate determination 
of the liquidus and solidus temperatures. These 
files were then transferred to Excel worksheets 
for analysis and plotting.

Grain Size Measurement
The alloys were cast into ingots (Figure 4) for 

macro examination and cross-sectioning.

feaTure

Figure 3. Thermal analysis set-up.

figure 4: Ingots cast for grain size determination.

figure 5: Intercept counting method used to 
characterize the size of as-cast grains.
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sary to reveal the grain structure samples were 
etched in with 5% HNO3 in ethanol.

The grain size was measured using the linear 
intercept method. Because of the directional 
character of the grain structure in some alloys 
intercepts were measured along lines at right 
angles and at 45° as well as lines ±15° from 
the transverse (Figure 6). From the number of 
grains intercepted the grain size number was 
calculated. The grain size number was averaged 
over the samples measure and converted to a 

grain size in microns with a standard deviation 
being calculated.

results
Thermal Analysis

The results of thermal analysis are summa-
rized in Table 2.

The results in Table 2 sorted by undercool-
ing are presented in Figure 7 in which the rela-
tionship between undercooling and nucleation 
temperature is apparent.

feaTure

Table 2: Data from thermal analysis.

figure 6: Intercepts along which the 
recrystallized tin grain were counted in cross 
sections.

Figure 7: The effect of composition on nucleation 
temperature and undercooling with the results 
presented in order of decreasing undercooling.
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As-Cast Grain Size
The results of the measurements of the as-

cast tin grain size are summarized in Table 3.
In Figure 8, the data in Table 3 has been 

ranked in order of decreasing grain size for the 
alloys with the 0.3 Wt% additions with the re-
sults for pure tin and the 1% Ag addition inter-
polated. It is interesting to note that the two 
most common alloying constituents of lead-
free solder, copper and silver, both appear to 
have the effect of increasing grain size. Bis-
muth and cobalt, which are also included in 
some lead-free solder formulations also appear 
to increase the as cast grain size. Even allowing 
for the error bars it is clear that aluminium has 
a strong effect, reducing the grain size as mea-
sured by more than a factor of three.

Recrystallized Grain Size
The results of measurement of the recrystal-

lized grain size are summarized in Table 4. At an 
average of about 30µm, the recrystallized grains 
of tin are only one-fiftieth of the measured size 
of the as cast grains which averaged 1.5 mm.

In Figure 9, the data in Table 4 has been 
ranked in order of decreasing grain size for the 

grain reFinement For imProveD LeaD-Free soLDer Joint reLiaBiLity continues

alloys with the 0.3 Wt% additions with the re-
sults for pure tin and silver interpolated. While 
the largest and smallest grain sizes occur in the 
alloys with cobalt and aluminium respectively 
as was the case with as-cast grain size the rank-
ing between those two is quite different.

Discussion
The results presented in Figure 8 indicate 

that zinc, magnesium and aluminium reduce 
the grain size of that as-cast alloy with alumini-
um having the greatest effect. When the results 
are analysed in terms of the growth restriction 
factor there is evidence of a trend that suggests 
that aluminium is having a strong growth re-
striction effect (Figure 10). Copper and cobalt 
appear to be promoting grain coarsening rather 
than refinement.

While copper seems to promote a coarse 
grain size even after recrystallization the other 
additions all have some effect in reducing the 
recrystallized grain size. However, aluminium 
appears to have the strongest effect in promot-
ing a fine recrystallized grain size.

As a matter of interest the ratio of the as-cast 
to recrystallized grains sizes was calculated and 

feaTure

Table 3: as-cast grain size. Table 4: recrystallized grain size.
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Figure 8: effect of alloying addition on as-cast tin grain size.

figure 9: effect of alloying addition on the recrystallized tin grain size. results ranked by grain size with 
0.3 Wt% addition with results for pure tin and silver interpolated.
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plotted in Figure 11. There is a clear trend with 
additions of copper, bismuth and aluminium 
and zinc at the 0.5 Wt% levels significantly in-
creasing the extent of grain refinement on re-
crystallization.

conclusions
The addition that has emerged from this 

study with the greatest potential for refining 
the as-cast and recrystallized grain structure is 
aluminium. With this candidate identified fu-
ture work will focus on the effectiveness of the 
this addition in solder joints.  smt
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networks of nanometer-scale machines offer excit-
ing potential applications in medicine, industry, environ-
mental protection, and defense, but until now there’s 
been one very small problem: The limited capability of 
nanoscale antennas fabricated from traditional metallic 
components.

With antennas made from conventional materials like 
copper, communication between low-power nanoma-
chines would be virtually impossible. but by taking ad-
vantage of the unique electronic properties of graphene, 
researchers now believe they’re on track to connect de-
vices powered by small amounts of scavenged energy.

based on a honeycomb network of carbon atoms, 

graphene could generate a type of electronic surface 
wave that would allow antennas just one micron long 
and 10 to 100 nanometers wide to do the work of much 
larger antennas. while operating graphene nano-anten-
nas have yet to be demonstrated, the researchers say 
their modeling and simulations show that nano-networks 
using the new approach are feasible with the alternative 
material.

“We are exploiting the peculiar propagation of elec-
trons in graphene to make a very small antenna that can 
radiate at much lower frequencies than classical metallic 
antennas of the same size,” said Ian akyildiz, a Ken byers 
chair professor at the georgia Institute of Technology. 

Sponsored by the national Science Foundation, the 
research is scheduled to be reported in the journal IEEE 
Journal of Selected Areas in Communications (IEEE JSAC).

nanometer-scale Machines to Use 
Graphene-based nano-antennas

Figure 11: ratio of as-cast to recrystallized grain size as a function of alloy.
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Ducommun gains major Parker 
aerospace airbus contract
The company has received a multiyear contract 
from parker aerospace, a unit of parker Hannifin 
corporation, to produce complex pcbs assemblies 
for use in the fuel management system of the air-
bus a350 family of commercial aircraft. The award 
has a potential value in excess of $20 million over 
the contract period.

sparton, ussi Jv nets $2.8m 
in subcontracts
Sparton Corporation and uSSi, a subsidiary of ul-
tra electronics Holdings plc, announce the award 
of subcontracts valued at $2.8 million from their 
erapSCo/SonobuoyTech Systems joint venture.

axis Leads 2014 uK aerospace youth 
rocketry challenge
axis electronics apprentices joined more than 25 
Mps who teamed up with aerospace apprentic-
es from all over the uK to take part in a rocket 
launching competition. The aim was to achieve 
the greatest vertical distance.

Blackfox, Lockheed martin celebrate 
‘Hire a veteran month’
last month, Denver, Colorado’s 9news featured a 
segment with andrew Stone of lockheed Martin 
discussing his company’s plan to hire nearly 180 
veterans for high-tech positions in assembly dur-
ing Hire a veteran Month.

escatec is Founding member of 
swiss Photonics group
“being a founding member of this SwiSSMen 
professional group for the photonics industry, puts 
eSCaTeC in a very good position to support this 
growing industry in Switzerland with eSCaTeC’s 
outstanding knowledge and experience in re-
search, design, and development,” said Dr. Thom-
as Dekorsy, general manager.

imet is Philadelphia’s manufacturer 
of the year
IMeT corporation, a contract manufacturer pro-
viding electronics engineering services and pcb 

assembly, has received the 31st annual Manufac-
turer of The Year excellence award by The greater 
philadelphia chamber of commerce.

nasa, ccam Partner to advance 
technology & innovation
naSa and the Commonwealth Center for ad-
vanced Manufacturing (ccaM) in richmond, vir-
ginia, have joined forces to advance technology 
and innovation.

u.s. aviation industry Poised to 
enter second golden age
“emerging foreign competitors are ramping up 
their capabilities and technological advancements 
in their home markets, and are even expanding 
their manufacturing footprint here in the u.S. in 
ways that will likely alter the industry’s competi-
tive landscape through this decade and beyond,” 
said Scott Thompson, pwC’s u.S. aerospace and 
defense leader.

iDtechex: electrics will Be the 
Future of uavs
The total market value for electric unmanned aeri-
al vehicles (uavs) will reach over one billion dollars 
by 2023 according to findings in the new iDTe-
chex report, “electric unmanned aerial vehicles 
(uav) 2013-2023.”

total avionics sales to exceed $1.72 Billion
The aircraft electronics association announced 
its third quarter avionics Market report for this 
year. in the months of July, august and September 
2013, total worldwide avionics sales amounted to 
$1,721,888,397.14, or more than $1.72 billion, as 
reported by the 20 aviation electronics manufac-
turers participating in the report.
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summarY: as with any electronic assembly, or 
electronic device for that matter, the quality of the 
raw printed circuit board is the most critical link in 
the product reliability chain. the key to managing 
this risk is the supplier selection and qualification 
process.

Defining terms is always a good point to 
start, and from a practical standpoint, reliability 
can be simply defined as performance to both 
the design intent for the expected life cycle of 
the product.

When asked to discuss supply chain strat-
egy, EMS and OEMs often respond with some-
thing like, “Yes of course, we have a purchasing 
department.” Supply chain management has 
progressed far beyond the old school purchas-
ing mentality to become a key component of 
the modern business organization. We are all 
just pieces in the supply chain puzzle that is 
responsible for getting the ultimate customer’s 
product to market.  

The first step in developing an SCM program 
is to identify all purchased materials (and ser-

vices) into two categories, standard and critical. 
Suppliers of critical materials are the ones that 
need to be controlled; you probably don’t want 
to spend too much time managing your suppli-
er of stationary and paperclips. A raw PCB sup-
plier is a perfect example of a critical material, 
both from a technology complexity standpoint 
as well as a risk level. It only takes one defec-
tive $25 printed circuit board to destroy $2,500 
worth of perfectly good electronic components.

Qualification criteria
Strategically, deciding how to qualify new 

suppliers is the most critical step in the process. 
Of course, there must be an overriding strategy 
governing supplier identification and selection, 
but that would be a whole other column. The 
underlying tool should be an audit/survey that 
measures the quality system, financial viability 
and technology. Audits are frequently based 
on ISO 9000, which would be preferable if ISO 
registration is another qualification criterion 
(which is highly recommended). There should 
be a re-audit frequency established and some 
provision for the supplier to provide demon-
stration of continued capability for the time pe-
riod between audits. This could be in the form 

by steve williams
STeve williaMS ConSulTinG llC

Supplier Selection Key 
to Assembly Reliability
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of quarterly Cpk reports, ISO surveillance audit 
summaries, etc. 

What is found too often are that suppliers 
have been grandfathered onto an AVL because 
they have always supplied materials, and that 
no one has ever audited the facility. Or, the only 
existing control is a self-audit that the supplier 
completes with no verification (which is prob-
ably ok since we all know that no one ever em-
bellishes on their capabilities when 
filling out one of these!).

Product/Process 
validation

Printed circuit board 
supplier qualification should 
include some form of reli-
ability test, and one that has 
proven very effective is IST 
(interconnect stress testing). 
IST measures the changes in 
resistance of the PTH, blind/
buried vias, micro vias and 
inner layer connections as 
holes are subjected to ther-
mal cycling. The ability to 
distribute this thermal stress 
will provide an indication of the 
inherent integrity and reliability of the PCBs. 

There are two types of testing: Before Assem-
bly Condition to determine the average cycle 
to failure and After Assembly Condition to de-
termine the robustness of the PTH structure to 
withstand the thermal load from an assembly 
process. Testing completed in accordance to 
IPC-TM-650 Method 2.6.26. The IST analysis re-
port should include any failure identification, 
micro sections, pictures, graphs, and tables that 
represent the testing results.

avL
Once all critical materials and qualification 

criteria have been identified, an AVL (approved 
vendor list) can be developed. This can be called 
many things; approved supplier list, approved 
manufacturer list, qualified vendor list, but it 
is simply a listing of all the suppliers that are 
approved to supply critical materials to a com-
pany. This controlled, living document can be 
organized any number of ways, but must con-

tain at a minimum the supplier name, material 
supplied, and current performance ratings. The 
AVL should be current and updated regularly 
(usually quarterly).

supplier rating
Once all of this is in place, a set of metrics 

must be developed to monitor the supplies per-
formance on a regular basis. This can be as com-

plicated or simple as the imagination 
allows, but must include on time 

delivery, quality, and service 
as key reporting metrics. This 
data needs to be communi-
cated to each supplier on a 
regular basis (usually quarter-
ly) and should become part 
of the collaborative custom-
er/supplier process.

Printed circuit board 
manufacturers have always 
expected their OEM and EMS 
customers to actively man-
age them; however, many 
still have not filtered that ex-

pectation down to their sub-
suppliers. Customer audits are 

a way of life for printed circuit 
fabricators, but it is surprising to see how many 
of them have never visited, much less audited, 
their own key strategic suppliers. I think it is 
reasonable to expect that a supplier actually 
visit, audit and collaborate with their key sub-
suppliers on a regular basis. 

Is supplier selection and qualification a mag-
ic bullet to cure all reliability risks? Of course 
not, but without highly qualified suppliers reli-
ability is an unattainable goal.  smt

There are two types of 
testing: Before Assembly 
Condition to determine 

the average cycle to 
failure and After Assembly 

Condition to determine 
the robustness of the PTH 

structure to withstand 
the thermal load from 
an assembly process. 

“

”
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Previously published in the 2013 IPC APEX 
EXPO Conference Proceedings

abstract
In the past few years, several papers, test 

methods and methodologies have been devel-
oped to estimate pad cratering under BGA pads 
in PCB assemblies.

However, almost all the tests and methodol-
ogies proposed so far have the following short-
comings:

1. They are destructive. The samples tested 
are broken and the failure mode(s) observed to 
determine the propensity for cratering.

2. They require testing several samples us-
ing different test methods (bend, shock, pull, 
shear or acoustic), but there is no easy correla-
tion between the different test methods.

3. They can be used for relative compari-
sons, but there is no easy way to translate the 
correlations into failures in actual functional 
board level assemblies.

While these tests have helped mitigate pad 
cratering significantly, the industry still needs 
the following:

1. A non-destructive way to predict whether 
a certain PCBA design (BGA and PCB combi-
nation) is likely to result in mechanical strain 
induced pad cratering failures, long before the 
product has been built.

2. An easy to use way to correlate PCB level 
pad pull tests done per IPC-9708 and monoton-
ic bend tests per IPC-9702, so that the design 
can be optimized to mitigate pad cratering fail-
ures during qualification testing.

3. An easy to implement design to detect 
pad cratering in a functional assembly, so that 
if a failure is observed in the field, it is easy to 
determine if the failure is due to pad cratering. 

feaTure
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Detecting a failure as soon as it occurs is criti-
cal in identifying the source of the mechani-
cal strain that resulted in the failure, which in 
turn can help quickly resolve the issue.

In this study, using extensive experimen-
tal data, a detailed methodology is outlined 
to show the relationship between board 
strain, solder joint strain and force to fail-
ure in monotonic bend testing and pad pull 
testing. In addition, the correlation between 
monotonic bend testing and pad pull testing is 
shown, such that the results of pad pull testing 
can be used to estimate the likelihood of ob-
serving pad cratering failures in PCBAs during 
bend testing and manufacturing operations. 
The methodology can be used by designers to 
estimate the optimal combination of package 
and PCB design variables to minimize the like-
lihood of pad cratering and other solder joint 
failures during testing and field operation.

Finally, methodologies to predict and de-
termine pad cratering failures quickly in field 
operations are also discussed and outlined.

introduction
The exponential growth of the internet and 

smart connected devices is driving a need for 
faster, smaller and more efficient

devices. This  exponential  growth  is  being  
propelled  by  the  indomitable  Moore’s  law,  
which  has  aided  the  rapid miniaturization of 
transistors. To support the shrinking of tran-
sistors, the density of interconnects from the 
silicon to the system has been rapidly increas-
ing. This increase in density requires reducing 
the size of interconnects, ranging from the flip 
chip bumps connecting the chip to the sub-
strate, to the connectors connecting line cards 
to backplanes to drive networking equipment.

Key to this rapid shrinking of devices and 
interconnects is achieving an acceptable level of 
reliability during the expected assembly, manu-
facturing and use of these devices. The smaller 
and thinner the device, the more susceptible 
it could be to mechanical loading conditions 
(bend, drop, shock, vibration etc.). Over the 
past several years, the industry has developed 
multiple test standards to evaluate and bench-
mark the reliability of devices under different 

use conditions. Device suppliers are required 
to demonstrate that their device passes the 
required tests before the device is accepted as 
part of a finished system.

However, given the wide range of potential 
failure modes that could occur, a whole pletho-
ra of test methods are currently being used, and 
suppliers have to perform more standard tests 
to demonstrate reliability. For example, suppli-
ers need to pass IPC/JEDEC 9701 (Accelerated 
Temp Cycling), 9702 (Monotonic Bend), 9703 
(Shock), 9708 (Pad Cratering) etc., to demon-
strate that a BGA component can be reliably 
mounted on a PCB. While the approach of  de-
fining test  methods and  requiring suppliers 
to  meet  test  standards is  fairly common, it  
poses  several challenges:

1. The tests are expensive and time-con-
suming. The added cost and time required to 
perform the tests inevitably gets transferred to 
the OEM, and eventually to the consumer.

2. Since the tests require physical samples, 
by the time the tests are performed, several 
aspects of the device have already been de-
signed. If a device fails the test, more time 
and cost is involved in root causing the fail-
ure and iteratively redesigning and testing the 
device to pass the test.

3. There is little correlation between the 
tests, so each test is usually performed sequen-
tially. Consequently, passing one test could in-
variably mean failing another, making design 
optimization even more difficult and time 
consuming. With rapidly shrinking design cy-
cles, repetitive testing and optimization is a 
luxury most device suppliers can ill afford.

4. There are several “test escapes” because 
there is virtually no way to guarantee that each 
potential failure mode can be captured for rap-
idly evolving devices by the established test 
methods. Moreover, end- use conditions rap-
idly evolve too, and even after passing all the 
tests, when a field failure occurs, it is almost 
impossible to determine the root cause of the 
failure (unusual use conditions or a design flaw).

Given all these challenges, there is a grow-
ing need to develop ways to predict failures dur-
ing the design phase, and to correlate failures 
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from one test condition to an-
other test condition. If design-
ers know a priori the tradeoffs 
in the design that they need to 
consider, the design time and 
optimization can be improved 
significantly.

In this study, we present 
the analytical correlations de-
rived between two test stan-
dards: IPC/JEDEC-9702 and 
IPC/JEDEC-

9708, and how those cor-
relations could be used to pre-
dict a potential failure much 
earlier in the design process. 
Moreover, the predictions can 
be used to estimate the opti-
mal design to mitigate poten-
tial failures both during test-
ing and in the field. Finally, 
we present potential ways to 
detect a failure real time in 
field use conditions.

monotonic Bend test 
(iPc/JeDec 9702)[1]

The monotonic bend test 
standard was developed spe-
cifically to address intercon-
nect failures in BGA com-
ponents mounted on PCBs, 
subjected to flexure loading 
conditions. As many as seven 
potential failure modes could 
occur in the immediate vicin-
ity of the BGA interconnects 
during monotonic bending 
conditions. The test method strives to derive a 
single damage metric (board strain) that could 
result in failure. Board strain can then be used 
to determine how much flexure a given BGA/
PCB combination can handle, and to establish 
minimum strain levels that a given assembly 
can be expected to withstand.

In a recent publication[2], we have dem-
onstrated using extensive numerical analysis 
that a combination several design variables 
could be used to predict board strain to failure, 
with reasonable accuracy, and to help design-

ers optimize the parameters to achieve a target 
board strain. The prediction equation is shown 
in (Table 1 and Figure 1).

This model can be used to estimate the PCB 
strain to failure for a given package and PCB 
combination during the design phase even be-
fore samples are built. A few important caveats 
to note:

a. The model itself does not give the defi-
nitionof a failure. It provides the correlation 
between design variables and joint strain. The 
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PCB Strain (me) = A – 22.02 x B - 28.43 x C + 184.74 x D
+ 323.14 x E – 5062.76 x F + 277445 x G

Table 1:  pCb Strain prediction Model.

figure 1: example of a pad cratering failure[4 ].

PreDicting strengtH anD PaD cratering FaiLures unDer Bga PaDs continues
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typical joint top strain (G) values observed are 
approximately 20,000 µe for an electrically 
open solder joint failure. This value can be used 
to estimate the PCB strain to failure with an ap-
propriately selected safety margin.

b. The model is based only on the failures 
associated with joint top strain (such as brittle 
solder joint fracture), so it is applicable only 
to packages in which the ratio of joint top and 
bottom strain is equal to, or close to 1.

Details on how this relationship was de-
rived are outlined in[2]. However, we still need 
to develop a similar predictive capability for the 
pad cratering test method (IPC 9708).

Pad cratering test method  (iPc-9708)[3]

The IPC-9708 test method was developed 
to address a specific failure mode: pad crater-
ing. Pad cratering is known to occur as a cohe-
sive failure in the PCB laminate directly under-
neath a BGA at the corners, when subjected to 
mechanical loading conditions (Figure 1).

The IPC-9708 test method comprises of 
three different test methods: a pin pull test, a 
cold ball pull test and a shear test. Each test is 
aimed at determining the force it takes to in-
duce a pad cratering failure underneath a BGA 
pad, but each test has different tradeoffs.

In this study, we focused specifically on 
the pin pull test because it minimizes the ef-
fect of the solder from the test by attaching a 
pin directly to the pad.

The experimental pin pull data derived from 
the testing is shown in Figure 3.

The results of this testing indicate a clear 
and strong relationship between pad size and 
the average pull force (for the case of a 90° pull). 
Given the strong correlation of the average pull 
force to pad size, we can determine if the stress 
underneath the PCB pads is the same for each 
pad size. If the postulation is valid, then the 
stress-to-failure for the experimentally derived 
pull forces-to-failure should be constant for all 
the pad sizes tested.

numerical model
Consequently, a set of numerical models 

were developed, to estimate the stress under-
neath the PCB pad corresponding to each pad 

size. A detailed numerical model was built 
to simulate the pin pull test. BGA pads of 
varying diameter were simulated and pulled to 
estimate the tensile stress built underneath the 
pad. Quarter symmetry was used to model the 
pads, as shown in Figure 4. The force applied in 
the model corresponded to the forces applied to 
the pad sizes shown in Figure 5.

The results of the numerical analysis are 
shown in Table 2. SY represents the vertical 
tensile stress, while VM represents the Von 
Mises Stress (max and min values). The percent 
change is the difference between the max and 
min values.

The simulation results show that the stress-
es (SYmax – SYmin) underneath the PCB pad 
are within 20% of each other, and about 6% 
on average. This variation is within the ex-
perimental data variation for pull force values 
as shown in Figure 3. Consequently, one can  
use the average Delta SY value to establish that the 
threshold stress-to-failure underneath the PCB pad 
for this material (dicy cured high-Tg FR-4 (HTD) is 
approximately 333,706 Pascal (48,400 PSI).

From Figure 3, it can also be seen that for 
the high Tg filled phenolic (HTFP), the pull  
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figure 2: Test setup schematic[4].
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force values are also linear (for the 90° pull) 
and scale linearly with the values of the HTD.  
A comparison of the two sets of pull force  
values yields a ratio of 0.6. Consequently, it can 

be estimated that the threshold stress-to-fail-
ure underneath the PCB pad for the HTFP ma-
terial is roughly 199,285 Pascal (28,903.93 PSI).

Now that we have the estimated failure 
threshold stresses for the two materials from 
the pin pull test, we can re-run the monotonic 
bend test analysis and extract the typical stress-
es seen under the BGA pad on the PCB during 
bending.

correlation Between monotonic Bending 
and Pin Pull testing

The entire monotonic bend model was re-
run to derive the correlation between board 
strain and stresses under the BGA PCB.

The PCB material assumed for the analy-
sis was the HTD material. Guidelines for HTFP 
could be derived from the same analysis, by us-
ing a de-rating factor of 0.6. These guidelines 
could also be used for any new material other 
than HTD and HTFP, as long as the de-rating 
factor of the new material relative to HTD can 
be derived. The de-rating factor can derived 

PreDicting strengtH anD PaD cratering FaiLures unDer Bga PaDs continues
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figure 3: effect of pull angle (5 mil stencil, 5 mm/sec pull speed, 500 µm pin size)[4].

figure 4: Numerical analysis results: (a) vertical 
deformation,  front view; (b) vertical deformation,  
isometric view; (c) vertical tensile (sy) stress, front 
view; (d) vertical tensile (sy) stress, isometric view.
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from pin pull tests performed in accordance 
with IPC-9708 for the new PCB material(s) and 
compared with HTD data.

Since the board strain can be predicted by 
the assembly design variables (Table 1), all we 
need to do is derive the relations hip between 
board strain and PCB BGA pad strain. That 
way, we can predict what amount of board 
strain can result in pad cratering failures. It 
is important to note that 3 strain gages are 
attached to a PCBA during monotonic bend 

testing per IPC/JEDEC 9702: (1) at a location 
far afield from the package perimeter (global 
strain), (2) underneath the cornermost BGA 
(local strain) and (3) underneath the package 
center (local strain). Since local strain is very 
difficult to measure accurately, the global strain 
has been used to derive all the guidelines. The 
results of the analysis are shown in Figure 5.

The prediction equation relating PCB pad 
size, PCB global strain and PCB pad cratering 
stress is shown below:

feaTure

Table 2: pull force and stresses underneath bga pad.

Figure 5: (a) accuracy estimate of prediction model; (b) correlation between pCb Sy and pCb pad size; 
(c) correlation between pCb Sy and pCb global strain.
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From the results, one can conclude that a 
stress-to-failure threshold stress under the BGA 
pad of 333,706 Pa (HTD) translates to a global 
PCB strain of about 5000 µe (Figure 5). That 
means that if a given package assembly is sub-
jected to more 5000 global microstrain, it could 
result in complete pad crater rupture. It is im-
portant to note that this is strain to complete 
rupture, not partial pad crater. Similarly, for the 
HTFP material, the global PCB strain to crater 
translates to 3000µe (corresponding to a thresh-
old stress of 199,285 Pascal).

It can also be seen from Figure 5 that the 
selected pad size can significantly alter the PCB 
strain. For pad sizes that are 20 mils and be-
low, the PCB stress is higher than the threshold 
stress value. This is borne out in experimental 
bend test results, where for pad sizes 20 mils or 
below, the failure mode is predominantly pad 
cratering. In addition, it has been shown in 
experimental tests that increasing the pad size 
from 20 mils to 25 mils significantly reduces 
the propensity for pad cratering[4].

Detecting Pad cratering Failures
Now that we have a criterion for acceptable 

PCB strain (3000–5000 µe), we face another 

challenge. How do we determine if this thresh-
old has been exceeded in a real assembly? It is 
impractical to place strain gages on live boards 
because they cannot be calibrated to reflow 
temperatures and cannot easily be assembled 
on every location on every board in produc-
tion. We need some way to indicate when the 
strain threshold has exceeded the 3000–5000 µe 
range. The indicator does not have to be as pre-
cise as actual strain gages, but accurate enough 
to give an estimate that the strain exceeded the 
design threshold.

One possibility is to design the trace from 
the cornermost BGA pad to fail at a preset strain 
threshold. The trace could be narrowed down 
to create a stress concentration that could re-
sult in the trace cracking at a level correspond-
ing to the failure threshold (Figure 6).

However, in looking at the stress/strain 
curve of the typical trace copper material used 
in PCBs (HTE, Figure 7), it is clear it will take 
an applied strain of 60,000 µe (6% elongation) 
to cause complete rupture. Making a trace that 
could rupture at a strain level in the 3000–5000 
µe strain range without significant process/de-
sign modifications does not appear to be practi-
cal for high volume manufacturing.

feaTure

figure 6: “Mousebite” trace design to fail at preset strain threshold.
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Consequently, a different solution was 
sought, that was easier to implement in high vol-
ume production and could be scaled easily and 
cost effectively. While other techniques for in-si-
tu monitoring have been proposed, they require 
custom connectors and designs that are not very 
easy and cost effective to deploy on hundreds of 
components on linecards in production [6]. It has 
been known for quite some time in the industry, 
that ceramic capacitors are prone to mechanical 
strain related failures. In fact, the strain-to-failure 
of ceramic capacitors under flexural loading has 
been very well characterized for a whole range of 
capacitor sizes (Figure 8).

It can be seen from Figure 8 that if a 2225 
capacitor is mounted at the diagonal location 
closest to the corner of a BGA, it is likely to 
fail at strains in excess of 3000–5000 µe. The 
failure rate is expected to be high enough to 
reliably detectable. An electrical circuit such as 

that shown in Figure 9 can be used to monitor 
the capacitor in real time, and to determine the 
precise time at which it has failed. Knowing the 
time of failure is critical to a root cause analysis: 
if it failed during assembly, the precise assem-
bly process step that caused the failure can be 
identified. If it failed during use conditions, the 
specific instance of usage could be identified.

The methodology for detection involves 
connecting the capacitor (SMD) to a 555 Timer 
Circuit and an Electrically Erasable Programma-
ble Memory (E2PROM). The memory register 
will be set to First-In-First-Out (FIFO), to record 
x-minutes of data. This will serve as a “black 
box.” A threshold value of baseline capacitance 
can be preset or programmed into each board 
based on the T0  capacitance value. The circuit 
will log the time vs. capacitance over time 
and will show any changes in capacitance over 
time—caused by a crack in the capacitor. The 

Figure 7: Stress/strain curve of different pCb copper trace materials. The most commonly used is high-
temperature electrolytic (HTe)[5].
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same Timer/E2PROM circuit, to give the effec-
tive capacitance change. If any device fails, the 
circuit will record the event.

Relatively simple cross section analysis can 
also be performed later to reveal the classical 
flexure-induced failure mode as shown in Fig-
ure 10, thus verifying the failure.

Thus, a commonly known and understood 
failure mode in ceramic capacitors could actu-
ally be turned into an easy to implement de-
tection method for excessive strains in PCB 
assemblies. Ceramic capacitors are cheap, easy 
to mount and require no significant changes 
to the standard SMT assembly process. The re-
gion around the diagonal of a BGA is generally 
known to be a high strain region and no active 
components are recommended for mounting 
in this region. Mounting the sensing capacitor 
in this location should not result in significant 
loss of board real estate either.

feaTure

figure 8: chip size versus strain required to achieve 100, 10, and 1 ppm failure rates (typical)[7].

figure 9: electrical schematic of circuit to detect 
capacitor change (capacitor is strain monitoring 
device, or SMD).

timer and memory could be located at a con-
venient distance away from the part(s). Sever-
al devices can be connected in parallel to the 

PreDicting strengtH anD PaD cratering FaiLures unDer Bga PaDs continues



January 2014 • SMT Magazine    59

feaTure

conclusions
A detailed methodology for correlating pin 

pull testing with monotonic bend testing met-
rics has been presented. With the data present-
ed in this paper, the threshold stress in the 
PCB material for creating full pad craters has 
been derived. In addition, the global PCB strain 
range to reach the threshold stress in the PCB 
material has been derived. Thus, the amount of 
strain it could take to cause a full pad crater 
in a PCB material can be estimated upfront. 
The prediction can be used to optimize the 
package and PCB design variables required to 
minimize the likelihood of pad cratering. Fi-
nally, a methodology for real time detection of 
high strains, which could result in pad cratering 
failures, has been outlined.

Future work
A detailed test vehicle to validate the cor-

relation between monotonic bend testing, pin 
pull testing and capacitor sense testing is cur-
rently being developed. The results of the ex-
perimental data will be used to further refine 
the results presented in this paper.  smt
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Does cleaning contribute to reliability? 
Cleaning darn well better contribute to reliabil-
ity, or else why bother? In fact, since all clean-
ing processes, including defluxing processes, 
have the potential to modify surfaces, cleaning 
should happen only when needed.

no-clean Flux 
In the far-distant past, electronics assem-

blers assumed that cleaning electronics assem-
blies was a necessary evil or an exercise to sat-
isfy some long-established contractual require-
ment. That cleaning requirement may or may 
not have related to performance. 

The development of no-clean fluxes elimi-
nated the need for cleaning in many, although 
not all, applications. RMA flux was and still is 
required for some high-reliability applications. 
However, defluxing, which is cleaning, has 
gradually reappeared, for a number of reasons. 
A no-clean flux is not a zero-residue flux. No-
clean fluxes leave a residue on the electronics 
assembly. However, the flux residue may not 
degrade performance for the intended applica-
tion. 

Understanding the application is the key to 
figuring out where cleaning is needed. In mili-

tary, aerospace, and biomedical applications, 
the customer requires long-term reliability; and 
there are potential catastrophic consequences 
of residue on even short-term performance. 
Electronics assemblies have changed. Minia-
turization, dense population, and low-standoff 
assemblies are more likely to entrap even low-
residue fluxes; and these entrapped fluxes can 
be sources of performance problems.

This brings us to the concept of soil and 
cleaning. Soil is matter out of place. Cleaning is 
removal of matter out of place, without damage 
to the product and without undesirable, some-
times subtle, surface modification. Soils include 
manufacturing process materials, such as flux, 
which serve an important function during as-
sembly. Soils encompass both conductive and 
non-conductive materials. Industry standards 
for electronics assemblies deal mostly with con-
ductive residues. Be aware that non-conductive 
residues can also be sources of reliability prob-
lems.

Do cure-alls exist?
True story! Grandpa, an engineer, was bab-

ysitting our daughter. We returned to find the 
young lady’s diaper firmly affixed at half-mast 
and secured by what seemed like yards and 
yards of duct tape. Duct tape was an expeditious 
quick-fix. But duct tape is not a cure-all. When 
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we hear comments to the effect that cleaning is 
not needed because the assembly will be coated, 
we recall the duct-taped diaper episode. Elec-
tronics assemblies are coated to protect the as-
semblies from the environment. Attempting to 
use conformal coating as a short-cut to avoid 
cleaning is ill-advised, particularly for high-
reliability parts. Poor adhesion of the 
coating to the assembly is a symp-
tom of inadequate cleaning. 
Poor adhesion is sometimes a 
blessing in disguise, because 
it is a signal to improve the 
cleaning process. Even worse 
is the situation in which soils 
are trapped under the coating, 
only to cause performance 
problems later on. 

But it Passed the tests
We hear comments that 

run along the lines of: “It 
passed the tests, but the cus-
tomer didn’t accept the assem-
bly. They said it wasn’t reliable.” 
Industry standard tests for resistivity 
may be sufficient, but maybe not. Maybe the 
tests that were performed were not sensitive 
enough or sufficiently specific. Understanding 
the details of ionic tests matters very much [9]. 
Perhaps ion chromatography that allows you to 
distinguish among the types of ionic species is 
the right approach [4]. 

Perhaps the testing is not capturing the full 
range of contaminants of concern. Electronics 
assemblers have generally been concerned with 
ionic contamination, with conductivity issues. 
Conductive residue results in immediate perfor-
mance and reliability issues. But non-conduc-
tive residue has also been found to be respon-
sible for long-term reliability issues. H. Schwei-
gart asserts that “flux removal after soldering 
is only one process step when using cleaning 
solutions to solve or avoid climatic problems.” 
He explains that in addition to flux residue, 
dust combined with moisture can result in dust 
dendrites. In addition, other contaminants can 
result in long-term delamination of coatings 
through hygroscopic effects and hydrolytic pro-
cesses [10].

reLiaBLy cLean continues

Therefore, establishing reliability may in-
volve testing for organic, non-conductive, con-
taminants. This process can be time-consuming, 
costly, and, unless tests are designed thought-
fully, may provide at best ambiguous results. 
The goal is to set a baseline for reliability, not to 
do university research.

The right testing involves partner-
ing with your customers and the 

testing lab. Here are a few exam-
ples of tests that might provide 
additional information about 
interfering residue. Since, total 
residue should often be of con-
cern, sometimes non-volatile 
residue (NVR) or total organic 
carbon (TOC) is the way to go. 
NVR can be particularly useful 
in that many methods involve 
gravimetric determination of 
dissolved materials after sepa-
rating particles by filtration. 

People like Fourier trans-
form infrared spectroscopy 

(FTIR) as a monitoring method; we 
see it used in aerospace and in other 

high-value electronics applications. Sometimes, 
it is allows us to look at the morphology of par-
ticles as well as the level of particles. FTIR can 
provide a picture of typical organic contamina-
tion. You can use FTIR as a monitoring method 
to provide a profile of organic contamination. 
FTIR won’t provide exact identification of a 
compound. It will show you a typical picture, 
and you can often tell if the picture has changed. 

FTIR works much like the way police use 
profiling to narrow down the list of suspects—
it’s not definitive. There are untold numbers of 
organic compounds (chemicals containing car-
bon). Therefore, it’s important to find a labora-
tory with experience in the field of electronics 
assembly. The lab has to have a library of refer-
ence compounds (the equivalent of an electron-
ic book of mug shots of criminals with experi-
ence in crimes of concern to you). Further, the 
lab techs must have experience understanding 
the limits of the field. Otherwise, you end up 
with misleading results.

Some groups use high-performance liquid 
chromatography (HPLC) to separate organic 
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reLiaBLy cLean continues

compounds. In fact, ion chromatography is a 
variety of HPLC. We’ve heard HPLC dubbed 
“high-priced” liquid chromatography, so it has 
to be used judiciously. A fair amount of method 
development is needed for new HPLC methods.

Before embarking on a series of costly and 
perhaps non-definitive tests, check with your 
customer to find out if they have any par-
ticular analytical techniques that they use for 
initial acceptance and/or monitoring. If they 
work with an outside laboratory, try to find out 
which lab they use. Find out if your customer 
has adopted or modified an industry standard 
or an EPA method. Before you run any lab tests, 
determine what those modifications consist of. 

your suppliers
Analysis is not a substitute for appropriate 

manufacturing practices. Whatever laboratory 
tests you choose for acceptance and monitor-
ing, achieving reliability means achieving a 
reasonable level of cleanliness. This involves 
starting with clean components. It should also 

involve starting with a product design that can 
actually be assembled and cleaned. This should 
go without saying; however, very often the de-
sign is complex out of functional necessity. So, 
at this point, let’s assume that you have deter-
mined that you need to do at least some clean-
ing of the assembly.

To obtain clean components, you’ll have to 
select reliable suppliers and partner with them. 
You focus on flux as a contaminant; your sup-
pliers may use an assortment of process fluids, 
including lubricants. Metalworking fluids are 
complex blends of organic and inorganic com-
pounds. Your suppliers may select process fluids 
based on economics; the choice may be left in 
the hands of the purchasing department. In addi-
tion, metalworking fluids have been reformulat-
ed in response to environmental requirements. 
The reformulated products are designed to vola-
tilize less than the versions they replaced. They 
are therefore likely to leave more residue [6]. This 
residue can be carried forward to your electron-
ics assembly process. 

feaTure

Figure 1: an acid bright dip can lead to blistering after heat exposure. (photo courtesy of David hill-
man, rockwell collins)
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In some applications, a supplier may use 
a chemical to make the plated surfaces of the 
component look shiny. However, the result is 
not always as pretty as desired; shiny does not 
necessarily mean clean [2]. Visual flaws due to 
insufficiently cleaned surfaces may be present 
when these surfaces experiences the high tem-
peratures associated with reflow (Figure 1).

In addition, attempts at Lean manufactur-
ing by your suppliers along with environmental 
regulatory constraints on using effective clean-
ing processes may lead your suppliers to gradu-
ally reduce the level of cleaning they perform. 
They may even eliminate cleaning steps. 

One approach to coping with this problem 
is to clean incoming parts prior to assembly. 
However, adding a cleaning process is costly 
and time-consuming. Further, cleaning pro-
cesses are more effective if they take place im-
mediately after fabrication; cured soils are more 
difficult to remove. You can’t always correct for 
ineffective cleaning. Here’s another 
approach: Find high-quality sup-
pliers who are concerned with 
effective cleaning and reli-
ability; reward those suppliers 
with your business. Write your 
cleaning requirements into 
new contracts.

Whatever flux you use, op-
timizing the soldering process 
can make a big difference in 
cleanability. If you are modi-
fying a no-clean process to 
achieve higher reliability, con-
sider the flux. Some no-clean 
fluxes can be cleaned; others 
degrade. Organic acid fluxes are 
one answer, but not necessarily. 
OA fluxes can be cleaned with water. Howev-
er, with densely-populated assemblies having 
close-spacing, flux residue is more likely to oc-
cur. There is a limit to the wettability of water. 
After a point, the surface tension prevents pen-
etration under closely-spaced components—it’s 
just the molecular nature of water. Additives, 
including surfactants help, but then you have 
to remove those additives at the rinse stage. 
Even after thorough rinsing, there is likely to 
be at least some flux reside. And residue from 

OA flux tends to be somewhat more active than 
other varieties. Active flux residue is not com-
patible with long-term reliability. Therefore, OA 
flux may not be the appropriate answer.

reliable assembly and cleaning
So, basically, for high-reliability assemblies, 

we need a reasonable amount of cleaning, to 
remove not only flux residue but also an assort-
ment of soils that encompass particles and thin 
films that are organic, inorganic, or perhaps a 
mixture. In fact, flux is itself a complex mixture.

Ask assemblers about choices in cleaning 
processes, and most of them will allude to in-
line cleaning and batch cleaning. These terms 
are industry jargon, and most of us know what 
they mean for electronics assemblers. For most 
assemblers, in-line and batch systems are aque-
ous. Both are spray-in-air. Batch systems, in 
the jargon of electronics assembly, means sys-
tems that look on the outside like a high-end 

kitchen dishwasher. In well-designed 
machines, the system has been 

totally redesigned to provide 
more effective cleaning forces. 
Batch systems save space and 
can be very effective for lower 
volume applications. 

An in-line cleaning system 
carries assemblies down a con-
veyor belt and cleans them 
by spraying with water. Let’s 
consider the wash, rinse, and 
dry sections. The wash step 
removes soils from the part 
and keeps soils from settling 
back. The rinse step continues 

the process of soil removal and, 
since residue of the cleaning chem-

istry can be considered a soil, it removes the 
cleaning agent. Recall that the physics of chem-
istry means that water has limited wettability, 
so you need to employ temperature, force, and 
time to have even a chance of penetrating tight 
spaces. This means that most in-line systems 
have to operate as slow as 0.5 feet per minute, 
particularly for closely-spaced components. 

As a rule of thumb, if you have the equiva-
lent of less than 5 mil standoff, even with un-
encumbered components, the cleaning system 

reLiaBLy cLean continues
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will move at 0.5 feet per minute conveyor belt 
speed. Try moving a pencil across your desk at 
0.5 feet per minute (1/10 inch per second)—it’s 
a bit like watching paint dry. Some suppliers of 
cleaning equipment explain that you can actu-
ally run the system at 1.5 feet per minute; while 
we try to be optimistic, it is probably more im-
portant to achieve reality. Half a foot per minute 
is reality for many, if not most, high-reliability 
applications. Drying also takes a fair amount of 
time, depending on the complexity of the part. 
So, we’re talking about a pretty long conveyor 
belt—maybe 30 feet or so.

cleaning Beyond the Jargon
In cleaning high-reliability 

assemblies, it is often effec-
tive to move beyond the jar-
gon of what batch and in-line 
mean. Some batch systems are 
designed to monitor process 
cleanliness, at least in terms 
of ionics. They clean until the 
assemblies “pass” an industry 
standard, or some other stan-
dard that has been set. In-line 
systems may provide addition-
al cleaning action, notably agi-
tation under immersion. This 
flooding, an immersion approach, 
promises to avoid some of the prob-
lems associated with “line-of-sight” cleaning. 

Batch systems can be composed of sequen-
tial tanks and chambers for wash, rinse, and dry. 
There are also single chamber systems designed 
to use a wide range of aqueous and solvent al-
ternatives. There are solvent cleaning systems, 
co-solvent cleaning systems, vapor degreasers, 
enclosed solvent systems. 

ultrasonics is not a Four-Letter word
Ultrasonic cleaning, immersion cleaning us-

ing high frequency sound, is used in many in-
dustries for precision cleaning. It is a very effec-
tive technique that allows cleaning under close-
ly-spaced components; it is “surround sound,” 
not line of sight. Historically, ultrasoniphobia is 
a condition that has afflicted many experts in 
electronics assemblies. There is a fear that the 
harmonics created could damage components. 

Ultrasonics has been distinguished from megas-
onics, where very high frequencies are used in 
the line of sight cleaning in wafer fabrication. 
Increasingly, higher-frequency ultrasonic sys-
tems (80KHz  to several hundred KHz)  have be-
come available. Newer techniques can be used to 
clean effectively and at the same time to avoid 
damage [5]. As with many cleaning techniques, 
ultrasonics must be used with caution; and there 
is always a balance between removal of soil and 
modification of the product surface. If you fear 
ultrasonics for high-reliability products, you 

should also fear other sources of product 
damage, such as the high pressure 

spray used in currently-accepted 
cleaning systems.

To achieve high reliability 
electronics assemblies, there 
has to high reliability clean-
ing. Achieving high reliabil-
ity cleaning may involve ex-
panding the types of cleaning 
agents and cleaning systems 
under consideration. Resourc-
es abound. At least two recent-
ly-updated resources are avail-
able. One is an industry hand-
book for electronics assemblies 

[3]; the other is a two-volume 
reference book that covers clean-

ing, equipment, and processes used in 
high-value manufacturing, including electron-
ics assembly7. You Can’t do it All

Partnering is one secret to electronics assem-
bly of high-reliability products. Manufacturing 
is complex; supply chains are complex. Custom-
er requirements can be a mystery. Work with 
your customers, and with your supply chain [8]. 
A successful supply chain involves understand-
ing the customer’s focus and requirements, de-
fining that focus, and sharing that focus with 
your suppliers. It involves development of mu-
tually agreed on processes, including cleaning 
processes. It involves selecting the correct part-
ners for the application at hand [1].  smt
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Four November days in Munich—the 20th 
productronica. More than just an exhibi-
tion: an international trade fair for innova-
tive electronics manufacturing. In all, 1,220 
companies from 39 countries exhibited their 
equipment, materials, processes and services 
to 38,000 visitors from 83 countries. 

I haven’t missed productronica many 
times over the last 30 years; I’ve always seen 
it as the one event that represents the whole 
electronics supply chain and offers a glimpse 
into the future of the industry.  It hit an all-
time low in 2009, and I recall John Ling’s 
wistful analogy of visiting a much-loved but 
ailing elderly relative in hospital, and fearing 
the worst. Two years later, the elderly rela-
tive was showing signs of improvement and 
this year appeared to be recovering to a state 
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productronica 2013
of robust health! The organisers reported a 
sharp increase in the number of visitors from 
abroad—especially from non-EU countries, 
and particularly from the Russian Federation, 
China and Turkey. 

There was a positive energy about the 
place—plenty of traffic, plenty of activity and 
real business being done by the exhibitors. No 
tire-kickers this year, people were not dream-
ing of what they might have liked to buy if 
they could have afforded to. They had come 

with real money to spend, and they were pre-
pared to spend it, albeit selectively in careful-
ly-considered transactions.

Although it is subject to increasing compe-
tition from far-Eastern events, productronica is 
still rated the number one electronics industry 
gathering in the world. And it didn’t snow this 
time! Interesting to see what 2015 brings…

But for now, enjoy these images from the 
show! For full Real Time with... video cover-
age, click here.  smt
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smtonline supplier/new Product 
news Highlights

atotech’s new immersion tin Process 
for QFn Packages
The Stanna-Q process covers the exposed lead 
frame copper on the side of the QFn package by 
immersion tin to form a solder filet during assem-
bly. The product can be applied in vertical-basket, 
horizontal, and vertical-barrel mode for singulated 
QFns.

LPKF unveils Protomat D104
lpKf laser & electronics ag presents a spectacular 
new development: The lpKF protoMat D104 unites 
the best features of advanced lpKf protoMats with 
the high precision of the protolaser systems. The 
highlight of this product innovation is a special uv 
laser.

indium instructors support smta 
recertification Process
Three indium Corporation experts and SMTa-certi-
fied instructors will assist recertification efforts: Dr. 
ron lasky, senior technologist; Ivan castellanos, 
technical services manager, latin america; and Da-
vid Hu, technical manager, china.

acD Promotes tsui to Director of 
manufacturing operations
The company, a leading supplier to the electron-
ics industry, announces the promotion of Tim Tsui 
to director of manufacturing operations. all assem-
bly operations will now report to Tsui, from supply 
chain through test. He remains responsible for the 
development of new processes while maintaining 
current processes.

e2open earns iso 27001 certification
Information security is of the highest importance 
today, especially in terms of supply chain manage-
ment, as it has far-reaching implications for daily 
business.

indium introduces new Lead-free 
solder Paste
Tim jensen, global product manager for pcb as-
sembly products, says “our customers have been 
asking for a high-performance solder paste that 

combines excellent printability with probe-test-
ability. This solder paste delivers on all counts. 
what this means is that indium8.9hF1-p will de-
liver long-term reliability for our customers’ end 
products.

Digicom’s Diamond track Program 
assists medical industry
Digicom electronics, inc. has designed a Dia-
mond Track program to help medical device 
companies with their complete process. as part 
of the program, Digicom performs a design re-
view and collaborates with the device designers 
to make sure the design is manufacturable and 
to ensure that the necessary information is avail-
able to complete the transition of the design to 
manufacturing.

evana automation to streamline 
manufacturing Process
evana automation Specialists, a subsidiary of phil-
lips Service industries and leading systems integra-
tor and builder of custom, automated assembly 
and test systems, has received a contract from a 
Tier 1 automotive supplier to provide a multi-cell 
assembly system to simplify the process of manu-
facturing steering gear sub-assemblies.

collaboration Forms itri-iPc china 
solder technology group
The key objectives for this new group are to initi-
ate cooperative projects and focus on discovering 
solder application problems within the electronics 
industry and to begin to build a solder alloy da-
tabase, which will provide a platform for research 
and development. 

Dethon industrie selects DeK as 
Printing Partner
Dethon industrie, a netherlands-based manufac-
turer of products for multiple markets including 
electronics, has chosen DeK as its printing partner, 
leveraging the advanced technology of the DeK 
Horizon 03iX print platform as well as the com-
pany’s full suite of stencils and process support 
products.
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goodbye to trial and error?

All the time you spend at the production 
line for trial-and-error runs, just to get your 
production board right, takes away from your 
real production time. It comes on top of the 
time spent for trial and error at the screen-
printer, and any other equipment in the line. 
All this can take an hour or more for each pro-
duction board but, with all the tools now avail-
able, it can easily be significantly reduced. In 
addition, though, there are time-consuming 
actions (like loading all the feeders) to get right 
before the first error-free board comes out of 
the machine. 

So, how do you minimize the whole trial-
and-error process to ensure that, when a pro-
gram starts up and feeders and toolbits are al-
ready on the system, the first board coming out 
of the machine is immediately good?    

A perfect first board would mean that the 
correct components were all picked from the 
correct feeder and placed on the correct loca-
tion at the correct placement angle. Guaran-
teeing this means ensuring that all the many 
pre-defined variables are correct: enough paste, 
exact board positioning, precise artwork, cor-
rect components picked by the correct toolbits 
and placed exactly. The more variables that are 
incorrect, the longer the ramp-up will take. The 
more programs each shift that require correct-
ing, the shorter your effective production time 
and thus fewer boards produced. And during 
ramp-up, it’s better that the system stops to sig-
nal a fault than finding it out at the end during 
board test. It also helps save ramp-up time if all 
components are actually picked to get the pro-
gram started immediately without false starts.

software Helps improve 
ramp-up

For the pick-and-place equip-
ment, software plays an important 
role in improving the equipment’s 
ramp-up time.  

Teaching a PCB at the machine 
is time-consuming and error-prone, 
and starting from good CAD data 
is a solid basis for quality manufac-
turing. The same goes for defining 
the shapes and sizes of new compo-
nents, which is also very consum-
ing and not something you want to 
repeat too often.  A good data prep-
aration program should have an op-
tion like virtual sticky tape, which 
maps the parts onto the PCB and 
can immediately be checked for ex-
act location as defined by the CAD 
data. Polarity and placement angle, 
pick angle, pocket orientation and 
packaging type can be checked at 
the same time. 

Figure 1: Fast ramp-up adds to production levels, particularly 
for high-mix production.
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Going through the placement program line 
by line helps correct any deviations immediate-
ly. Then, placements exactly match the PCB lay-
out defined by CAD, filtering out any possible 
mistakes or offsets. Depending on the number 
of unknown new components, subscriptions 
to large shape libraries can save considerable 
work in entering all the component data into 
local libraries. If not, software should ensure 
that, once programmed, shape data on an of-
fline tool or at a machine should be fed back to 
the data preparation program, preferably via a 
library manager that controls and releases parts. 
That way, the work doesn’t have to be repeated 
and you are sure that the data is correct.

Data that can be re-used 100% reduces 
ramp-up time significantly. So, doing new prod-
uct introductions on a line similar in setup and 
machine type to the volume production allows 
all the data (program, process, shapes, and sup-
ply forms) to be re-used without alteration. Fac-
tory programs can help this by having processes 
in place for version control, authorization and 
release. And if you can co-ordinate all the soft-
ware versions on your equipment to make the 
outcome of your processes the same, you can 
save a lot more time. So it is always good to 
have compatible software or firmware versions 
for all your equipment. 

Once a verified program is sent to the equip-
ment, the next action is to ensure correct setup 

of feeders, support pins and nozzles. Setup veri-
fication can ensure that feeders with the cor-
rect parts are available to the system, whether 
or not they are at optimum locations. Software 
should also be able to change over to second-
source components without halting ramp up. 
Printed or digital lists should always include vi-
sual checks on package type and the orientation 
of the part in its package. 

If the setup is verified and the components 
are good, software routines can ensure that 
there is indeed a first component at the pickup 
position and that the pick is made exactly in 
the center of the pocket. In general this is not 
necessary, but for the smallest (or pick-critical) 
components the total tolerance train of the 
tape and feeder can cause pick errors to hamper 
ramp-up or actual placement quality. So, start-
up routines need to check and verify the correct 
pick location of critical components and check 
that a component is actually in the pocket. At 
the end the rule is “the basis for a perfect place-
ment starts at a perfect pick.”

Manual pin setup can be accomplished fast-
er if done offline or by automating it with au-
tomatic placement. Flexible board support sys-
tems can give near-zero support setup times and 
fewer errors when placing components on the 
first run. The more nozzles that are used, the 
more chance there is of error. Minimizing the 
number of nozzles used, and including nozzle 

SMT TrenDS & TeChnoloGieS

figure 2: Tools, such as virtual sticky tape, check on correct shape, polarization and placement angle.

gooDBye to triaL anD error? continues
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verification marks, ensures that only the correct 
nozzles are on board and that the right ones are 
used immediately. 

And if the CAD data did actually match 
your board layout and the initial parameters 
have been correctly set, then you will produce 
the first boards’ right first time. Over a year, that 
will save many hours of production ramp-up 
time and correspondingly increase your actual 
production time.  smt

SMT TrenDS & TeChnoloGieS

gooDBye to triaL anD error? continues

eric Klaver has been with as-
sembléon since 1998. He spe-
cializes in vision technology and 
feeding, and is currently chair-
man of the Iec work group Tc-
40Wg36, which specializes in 
component packaging. To read 

past columns, or to contact him, click here.

Figure 3: worst-case tape tolerances may cause a too large off-centered pickup.

A new type of transistor for fast and low-power com-
puting devices for energy-constrained applications such as 
smart sensor networks, implantable medical electronics 
and ultra-mobile computing is feasible, according to Penn 
State researchers. Called a near 
broken-gap tunnel field effect tran-
sistor (TFET), the new device uses 
quantum mechanical tunneling of 
electrons through an ultrathin en-
ergy barrier to provide high current 
at low voltage.

Penn State, the National Insti-
tute of Standards and Technology 
and IQE, a specialty wafer manufac-
turer, jointly presented their find-
ings at the International Electron 
Devices Meeting in Washington, 

D.C. The IEDM meeting includes representatives from all 
of the major chip companies and is the recognized forum 
for reporting breakthroughs in semiconductor and elec-
tronic technologies.

Tunnel field effect transistors are considered to be a 
potential replacement for current CMOS transistors, as 
device makers search for a way to continue shrinking the 
size of transistors and packing more transistors into a giv-

en area. The main challenge facing 
current chip technology is that as 
size decreases, the power required 
to operate transistors does not de-
crease in step. The results can be 
seen in batteries that drain faster 
and increasing heat dissipation that 
can damage delicate electronic cir-
cuits. Various new types of transis-
tor architecture using materials oth-
er than the standard silicon are be-
ing studied to overcome the power 
consumption challenge.

new transistor for Low-power, 
High-performance Devices

http://iconnect007.com/pages/email_columnist.cgi?clmid=82
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smtonline market news 
Highlights

Internet/cloud portables) to grow an average of 
10.6% from 2012 to 2017, reaching 770 million 
systems at the end of the forecast period.

global chip on Board LeD market 
to see cagr of 40.71
one of the key factors contributing to this market 
growth is the declining aSp of leDs. The global 
chip-on-board leD market has also been witness-
ing the increasing demand of Cob leD in general 
lighting applications. 

Functional Printing market to 
reach $13.79B by 2020
The demand for a new variety of low-cost  
electronic products, made possible by a range of 
printing techniques and materials, has pushed  
the demand for “functional printing” across ge-
ographies.

conductive ink markets to reach 
$3.36B in 2018
conductive inks are a simple and unglamorous 
layer, but they will constitute a hefty $2.86 billion 
market in 2012. This market is forecasted to rise to 
$3.36 billion in 2018, with $735 million captured 
by new silver and copper nanostructure inks.

consumer confidence continues to 
Drop in november
The conference board consumer confidence  
Index, which had decreased sharply in october, 
declined again in November. The Index now 
stands at 70.4 (1985=100), down from 72.4 in 
october.

semiconductor sales recover in 2013; 
up 4.9% yoy
following a 2.5% decline in 2012, the global  
semiconductor market has regained its footing in 
2013 with revenue set to expand by nearly 5% 
because of the strong performance of the memory 
sector.

november manufacturing Pmi 
registers 57.3%
“The pMi™ registered 57.3%, an increase of 0.9% 
from october’s reading of 56.4%. The pMI™ has 
increased progressively each month since june, 
with November’s reading reflecting the highest 
pMI™ in 2013. The New orders Index increased 
in November by 3% to 63.6%, and the production 
Index increased by 2% to 62.8%.”

survey reveals technology investment 
Predictions
“cfos continue to seek out technology which al-
lows them to improve business performance and 
increase employee productivity,” said jay cary, 
vp, Digital, Global Corporate payments at ameri-
can express. “Mobile in particular is leading the 
way—both because of cfos’ familiarity with the 
technology and for the real-time benefits it offers 
employees.”

reliability Hinders Printed electronics 
market growth
The major barrier inhibiting the growth of the mar-
ket, currently, is the reliability of the end products 
(printed electronics), and it is expected that this 
issue will be overcome by the advancement in the 
functional printing technology.

medical automation market to Hit 
$66 million by 2018
automated monitoring devices help reduce ris-
ing healthcare costs, the major factor driving the 
growth of this market. furthermore, growth in the 
use of point-of-care testing devices such as glucose 
meters, digital blood pressure monitors, pregnan-
cy test kits, and HIv test kits is another factor that is 
propelling the market.

total Personal computing systems 
to see 11% growth
Ic Insights forecasts total personal computing unit 
shipments (desktop pcs, notebooks, tablets, and 
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by rachel short
phoTo STenCil

a sHort scooP

coluMN

electroformed stencils

The continued drive in electronics to place 
increasingly smaller components on boards 
poses continuing challenges to board manufac-
turers. Tight pad spacing as well as placement of 
small 0201 and 01005 components is becoming 
more commonplace on board assemblies. Not 
only are the parts nearly invisible when placed, 
but their small size causes challenges with the 
solder paste application and release needed to 
yield reproducible, low-defect solder joints. The 
short scoop this month is that you can meet 
the challenges of paste application for difficult 
assembly printing processes by using electro-
formed stencils.  

It may seem that a stencil is a rather simple 
device; after all, in its basic form it is just a sheet 
of metal stretched taught with hole patterns 
placed in it to allow application of solder paste 
in the open areas. The stencil and its fabrication 
have a great influence over the ability of the 
circuit board assembly manufacturer to reliably 
reproduce the desired depositions necessary for 
paste application. 

Stencils can be laser cut with or without 
post-processing, which for many applications 
is sufficient to get the paste application process 
completed reliably. Both of these fabrication 
techniques are currently employed in main-

Figure 1: Standard electroformed stencil image. 
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stream stencil production, but they both start 
to exhibit their limitations as pattern features 
decrease in size. The roughness of the stencil 
wall is one of the major influences on how well 
paste will release from the stencil. The rougher 
the sidewall of the aperture, the more the paste 
is prone to sticking onto the edge of the wall. 
The apertures used with larger pad features are 
somewhat more tolerant to edge roughness due 
to usually higher area ratios. As the pattern fea-
tures decrease in size, the amount 
of paste that does not release 
due to a rough edge becomes 
an increasingly larger por-
tion of the target application 
volume. So as feature size 
decreases, the fabrication of 
the stencil needs to be con-
structed for enhanced release 
capability.  

One handy predictor of 
the stencil’s ability to effec-
tively transfer solder paste 
is the area ratio.  The area 
ratio is defined as the area 
of the aperture opening di-
vided by the area of the ap-
erture side walls. It was dis-
covered that for smaller area 
ratios, the smoothness of the 
nickel electroformed sten-
cil walls provide superior 
paste transfer; and, area ratios 
down to .50 with uncoated 
electroformed stencils could be 
achieved where conventional sten-
cils use a guideline of a minimum of 66. With 
additional release coatings applied to the sten-
cil, area ratios as low as .43 are achievable.

Creating the stencil through the electro-
forming process has the advantage of keeping 
the inside release edge of the stencil perfectly 
smooth. Where other stencil types create the 
aperture by removing stencil material through 
processes like chemical etching or laser cutting, 
electroformed stencils are created through an 
additive process, building up material thickness 
atom by atom. Once a stencil design is final-
ized, a negative image of the stencil pattern is 
transferred onto a mandrel as a plating resist. 

The mandrel is then connected into a plat-
ing circuit and placed into electrically charged 
nickel baths where it will be left to slowly grow 
to the desired thickness. Any metal surface ex-
posed directly to the bath will build up mate-
rial thickness; however, areas where the resist 
is applied to the mandrel are not electrically 
connected to the circuit through the plating 
bath so growth in these areas is inhibited. The 
plating obstructions caused by the applica-

tion of the resist negative are the 
features that determine the 

aperture characteristics that 
form around it as the elec-
troformed stencil is grown. 
Since the plating resist pil-
lars can be created with ex-
tremely smooth edges, the 
electroformed stencil that 
builds up around the resist 
takes on the wall character-
istic of the perfectly smooth 
resist plating obstruction as 
it is grown. 

While electroforming pro-
duces an extremely smooth 
release edge, it is a signifi-
cantly more time-consum-
ing process to create a sten-
cil using this method. Un-
like stencils produced by re-
moving material which can 
be fabricated in a few hours,  

the electroformed stencil 
is left in the plating bath for 

many hours to slowly grow to 
the desired thickness. Because of the process-
ing involved, these stencils inherently require 
a slightly longer lead time to produce and are 
typically more costly than other stencil tech-
nologies. While they have beneficial qualities 
when used with larger components, they truly 
show their advantages when used with today’s 
small format parts.

Electroformed stencils have been around 
for quite some time. Initially a patented Xe-
rox process, Photo Stencil purchased the pat-
ent and developed the process in the mid-’90s 
and has been making them since. While initial 
applications were more limited, the ever-con-

a ShorT SCoop

Creating the stencil 
through the electroforming 

process has the advantage of 
keeping the inside release 

edge of the stencil perfectly 
smooth. Where other 

stencil types create the 
aperture by removing 

stencil material through 
processes like chemical 
etching or laser cutting, 

electroformed stencils are 
created through an 

additive process, building 
up material thickness 

atom by atom. 

“

”

eLectroFormeD stenciLs continues



January 2014 • SMT Magazine    81

tinuing trend towards miniaturization of elec-
tronics has made electroforming fabrication 
technology much more popular for electronics 
production. 

Electroformed stencils have become much 
more of a necessity as pitches and components 
become smaller. They are typically used for ac-
tive component pitches below 20 mils, for 0201 
and 01005 chip component applications such 
as SMT, µBGAs, flip chip, and also for wafer 
bumping (12 mil to 6 mil pitch). These sten-
cils are strongly recommended for projects ex-
ceeding 10,000 apertures, since the additional 
stencil cost verses potential defects related to 
printing and subsequent rework cost become 
negligible.  

The most common thicknesses for electro-
formed stencils are 2, 3, 4 and 5 mils, but they 
are not limited to a specific thickness. Electro-
formed stencils can be tailored to specific thick-
ness requirements and can be ordered in 0.1 mil 
increments for further refinement of solder paste 
deposits for use in demanding applications.  

While this Short Scoop has focused on fine-
pitch applications and the need for high-quality 
stencils, special 3D electroform stencils can also 
be fabricated for other needs. If resist is stripped 
and reapplied as a secondary pattern, selected 
areas of the stencil can be grown in excess of 
the initial electroforming through a secondary 
application of the same basic process. These 3D 
stencils can be an excellent solution for odd 
PCBs that have raised areas on the board (up to 
0.120” high).  

With stencils, it all boils down to choosing 
the right tool for the application. While electro-
formed stencils are not required for all applica-
tions, they do afford the user a tool that will 
reliably perform over time.  smt

rachel Short is vice president 
of sales and marketing at 
photo Stencil llC. She may be 
contacted here, or by phone 
at 719-304-4224. To read past 
columns, click here.

realtimewith.com
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 To View

Video Interview

guest editor ryan flaherty 
chats with Nico coenen of 
Mydata about the shifting 
trend for jet printing as less of 
a replacement of screenprint-
ing and more of an add-on or 
adjustment process. also dis-
cussed is the thriving mobile 
and tablet industry and the 
growing automotive market.

new opportunities in Jet Printing
by Real Time with...
productronica
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a	clarke and Delaney Join 
 sanmina’s Board of 
 Directors
  
Sanmina Corporation, a leading integrated manu-
facturing solutions company making some of the 
world’s most complex and innovative optical, 
electronic and mechanical products, announces 
the appointment of Michael j. clarke and eugene 
a. Delaney to the company’s board of Directors, 
effective December 9, 2013.

b	creation’s wisconsin Facility  
 earns FDa registration

“FDa registration is a key supplement to the iSo 
13485 certification we have in 12 of our business 
units, including here in Milwaukee,” said Dan 
Dery, general manager. “it was a logical extension 
of existing capabilities given our history of deliver-
ing regulatory success to our customer base.”

c	iPc aPex exPo 2014 to 
 Feature swarm robotics 
 tech

roboticist and inventor james Mclurkin will share 
his research and insights into the future of multi-
robot systems or “swarm robotics” during his key-
note session at Ipc apeX eXpo 2014 on Wednes-
day, March 26, in las vegas, Nevada.

d	imergy, Flextronics Partner  
 on energy storage solutions

The partnership, the first step in a new global ex-
pansion strategy for Imergy power, will help the 
company accelerate its product pipeline, develop 
and market a wider variety of products, and lower 
overall costs. The first product from the collabora-
tion will be a 5 kilowatt/30 kilowatt hour system 
for telecom, hybrid, and residential applications.

Top 
Ten
news Highlights from 
smtonline this month
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e	oncore Launches 
 interconnect Business

“We have assembled an engineering and opera-
tions team with an average of 18 years of cable and 
harness manufacturing experience,” commented 
bob Weber, vice president of manufacturing. “on-
core Interconnect fulfills our customers’ require-
ments for a high-quality interconnect source that 
is integrated into their product’s manufacture.”

f	winchester electronics 
 completes acquisition 
 of Haverhill

Winchester electronics corporation, a portfolio 
company of audax private equity, has completed 
the acquisition of Haverhill cable and Manufactur-
ing, corporation.

g	nortech’s Degen retires 
 as ceo; wasielewski   
 takes over

in a planned transition, nortech Systems incorpo-
rated has announced that Michael J. Degen will 
retire as ceI on january 1, 2014, and become ex-
ecutive chairman of Nortech’s board. 

h	axis electronics earns 
 national recycling gold 
 accreditation
 
axis electronics is pleased to announce that e2b 
pulse, the uK carbon reduction Network has 
awarded axis electronics a National recycling 
gold accreditation.

i	Foxconn opens new  r&D,  
 testing center in nanning, china
 
foxconn, world’s leading manufacturer of com-
puter components and systems, hosted an open-
ing ceremony for its r&D and testing center in 
nanning, China. The new r&D center will feature 
several labs for experiments such as reliability, fail-
ure analysis, and electromagnetic compatibility 
testing, as well as a cloud computing datacenter.

j	cts adds three executives to  
 senior Leadership team

CTS Corporation has appointed three new lead-
ers to its senior leadership team: ashish agrawal 
as vp and chief financial officer, anthony urban 
as vp and general manager of CTS’ Sensors and 
Mechatronics business, and robert j. patton as vp, 
general counsel and secretary.
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    for the ipc’s calendar of Events, click here.  

    for the smta calendar of Events, click here. 

    for the inEmi calendar, click here.  
 
    for a complete listing, check out   
    smt magazine’s full events calendar here.

international electronic components 
trade show
January 15–17, 2014
Tokyo, japan
 
microtech Japan
January 15–17, 2014
Tokyo, japan
 
electrotest Japan
January 15–17, 2014
Tokyo, japan
 
material Japan
January 15–17, 2014
Tokyo, japan
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e v e n T S
nePcon Japan
January 15–17, 2014
Tokyo, japan
 
PwB expo
January 15–17, 2014
Tokyo, japan

15th ic Packaging expo
January 15–17, 2014
Tokyo, japan

Lighting Japan
January 15–17, 2014
Tokyo, japan

car-eLe Japan
January 15–17, 2014
Tokyo, japan 

ev Japan
January 15–17, 2014
Tokyo, japan 
 
Designcon 2014
january 29–30, 2014
Santa Clara, California, uSa
 
sPie electronic imaging
february 2–6, 2014
San Francisco, California, uSa
 
Pan Pacific microelectronics symposium
february 11–13, 2014
The big island, hawaii, uSa

CalenDar

http://www.ipc.org/IPCCalendar.aspx
http://www.smta.org/news/smta_calendar/calendar.cfm
http://www.inemi.org/calendar
http://www.smtonline.com/pages/events_calendar.cgi
http://www.ele-expo.jp/en/Home/
http://www.ele-expo.jp/en/Home/
http://www.fp-expo.jp/en/
http://www.electrotest.jp/en/
http://www.materialjapan.jp/en/
http://www.nepcon.jp/en/
http://www.pwb.jp/en/
http://www.icp-expo.jp/en/
http://www.lightingjapan.jp/en/
http://www.car-ele.jp/en/
http://www.evjapan.jp/en/
http://www.designcon.com/santaclara/
http://spie.org/x16223.xml
http://smta.org/panpac/
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Coming soon to 
SMT Magazine:

   Don’t miss our upcoming 
issues!

• February: SMT assembly, 
   part 1: preparation for 
   Soldering
• March: SMT assembly, 
   part 2: Making the 
   connections
• April: SMT assembly, 
   part 3: after the Soldering    
   process

   Interested in being a con-
tributor to SMT Magazine? 
Drop us a note here! 
   See you next month!
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